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ABSTRACT 

In years the quality of petroleum feedstccks used by refineries 
has decreased. miS has necessitated the use of severe refinery processes 
h order to produce jet fuels of high thermal s tabi l i ty  and cleanliness. 
Unfortunatdy these pmxsses  remwe t h e  compounds t h a t  are responsible 
f o r  a fuel's inherent lubricity. As a result, f u e l  lubr ica ted  engine 
components are experiencing greater  w e a r  and mechanical failure. The 
Ball-on-Cyhder Lubricity Evaluator (BOCLE) was developed t o  predict a 
fuel's tendency to cause lubricity related problems. This paper discusses 
the influence of trace p o h r  Species on lubricity, t h e  use of additives t o  
increase lubricity, changes i n  a fuel's lubricity during storage, and 
inadequacies of t h e  BOCLE. Finally, a suggested long term solution t o  
l u b r i c i t y  problems by hardware modifications w i l l  b e  discussed.  

INTRODUCTION 

?e incidence of lubricity related problems in commercial and military 
jet aunaft has increased over the past twenty y-. This is a resul t  of 
the ne& for  more severe refinery processes t o  remove trace fuel species 
t h a t  adve s l y  a f f e c t  thermal  s t a b i l i t y  and water  removal by 
coalescence.'-' These processes also remove t race  polar species that  
are  respons ib le  f o r  a fuel's i n h e r e n t  l u b r i c i t y  proper t ies .  

Lubricity is a qualitative description of the relat ive abi l i t ies  of 
two fluids, with the sa  e viscosity, t o  l i m i t  w e a r  and friction between 
moving m e t a l  surfaces3'4 ay be t h e  most critical fuel  property 
dqraaed by refinery prapsse:!r' The continued use of low lubricity 
fuel can lead to a decrease in the operational lifetime of fuel lubricated 
engine componenk This leads to increased maintenance costs and down-time 
of a i rc raf t .  Furthermore, t h e  u s e  of low l u b r i c i t y  f u e l  h a s  been 
implicated i n  t h e  l o s s  of c e r t a i n  mil i tary a i r c r a f t .  

In. the l a t e  1960s, it was serendipitously found t h a t  a pipel ine 
Wrrcsum inhibitor had a significant effect on lubricity enhancement. The 
additive's original intended purpose was t o  decrease corrosion t o  fuel 
handling s y s t e m s  and t ransfer  lines.4 The additive is effective as a 
corrosion i n h i b i t o r  due t o  its sur face-ac t ive  nature .  The ac t ive  
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ingrdient in m o s t  co& inhibiton is a dimeric organic acid, usually 
dilinaleic acid (DLA). It is the  surface-active nature of t h e  dimeric acid 
that causes the w m i o n  inhibitor to be an e f f d v e  lubrici ty  enhancer. 

The use of a corrosion inhibitor a s  a lubr ic ' ty  enhancer  is now 
required in all military JP-4 and JP-5 jet fuel.+ Unfortunately t h e  
additive can hinder w a t e r  removal by coalescence. In other cases a fuel  
may have adequate lubricity initially and would preclude t h e  use of t h e  
additive. Currently there is no l u b r i c i t y  spec i f ica t ion  f o r  e i t h e r  
commercial or military jet fuel. This has been due primarily t o  the lack 
of a test method; hence, the mandatoxy addition of t h e  additive t o  assure 
adequate l u b r i c i t y .  

During the past fifteen years considerable effor t  has been made t o  
develw a mechanical method t o  measure fuel  lubricity. The current  and 
m o s t  widely acoepted method is the Ball-on-Cylinder Lubricity Evaluator 
(BOCLE). The lubricity of a fuel is determined by t h e  measurement of an 
oval w e a r  scar on a ball that has been in contad w i t h  a rotating c linder 
partially immersed in a fuel  sample under controlled conditions.' The 
repolted value is the average of the major and minor axes of the wal wear 
scar in millimeters. Two LimiMiOns to t h i s  method are: First, t h e  BOCLE 
is run a t  25'C, a temperature t h a t  is not character is t ic  i n  a i r c r a f t  
mvircaments. Second, t h e  test is limited t o  a measurement of boundary 
lubrication, a lubricatJ:To regime not characteristic of currently used 
a i r c r a f t  f u e l  pumps. 

In the United Kingdom a second method is being used. This method, 
d w e l q d  and used exclusively by Shell Research, Ltd., is known a s  the  
Thorton Aviation Fuel Lubricity Evaluator (TAFLE). This consists of a 
stationery cylinder loaded onto a rotating cylinder both of which a re  
completely immersed in the fuel sample. Measurements can be obtained a t  
bath ambient and e l w m  temperatures. This test  also measures scuf 
load which is generally character is t ic  of f u e l  system f a i l u r e s .  638 

I 

EXPERIHENTAL 

Reacrents- HPLC grade uninhibited tetrahydrofuran (THF) and HPLC grade 
methylene chloride w e r e  cbtained from Fisher Scientific. JP-5 and Jet A 
jet fuel  samples w e r e  obtained from t h e  Naval A i r  Propulsion Center  
(NAPC). Jp-4 jet fuel  samples were obtained from Wright-Patterson A i r  
Force Base (WPAFB). Carboxylic acid standards w e r e  abtained from a variety 
of sou- including; Aldrich Chemical Company, Inc., LaChat Chemicals, 
Inc., and PolyScience, Inc. Trimethylsilyl ester d e r i v a t i v e s  of t h e  
carboxylic acids and jet fuel base extracts were prepared using Power 
Sil-Prep obtained f r o h  Alltech Associates, Inc. 

EuuiDment and Materials- For HPLC analyses, samples were analyzed 
using a Beckman-Altex Microspherogel high resolution, s i z e  exclusion 
d u m ,  Model 255-80 (50A pore size, 30 cm x 8.0 mm i.d.). Uninhibited THF 
w a s  used a s  a mobile phase. The THF w a s  periodically purged with dry 
nitrogen to inhibit the formath  of hazardcus peruxides. The injector was 
a locp/valve Model 7125. A Beckman Model 100-A HPLC pump w a s  used 
for s d v d  deLivezy w i t h  a Waters Model 401  differential refractometer 
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for d e t e d m .  A Varian Model 9176 strip chart w a s  used to remrd peaks. A 
Fisher A c m m &  pH Meter Model 610A and a Fisher Standard Combination 
Electrode Catalog Number 13-639-90 were used f o r  pH adjustments. 

G a s  Chromatogxaphy/Mass Sp62trumet.1~ (GC/MS) analyses w e r e  performed 
using a H e w l e U - P a M  Model 5890 GC coupled to a Finnigan MAT ion t rap  
detector. An all glass GC Met w a s  used in combhation with a 0.2 mm x 
50 m OV-101 fused silica capillary column. Data w e r e  collected using an 
I B M  AT Personal  Computer with ITDS software (vers ion 3.0). 

McLE analyses w e r e  pexformed using an InterAv ~ o d e l  BOC 100. The 
cylinders used were  Timken Rings Part Number F25061 obtained from the 
Falex COW., Aurora, IL. The test  bal ls  used w e r e  12.7 mm diameter, 
Swedish Steel, Par t  Number 310995A obtained from SKF Indus t r ies ,  
Allentown, PA. 

Methods- HPLC analyse&_of3fuel extracts w e r e  performed using a 
previously developed method. This involved t h e  extraction of 100 
m L  of jet fuel with an equal volume of of 0.2 M NaOH. The aqueous phase 
w a s  drained and acidified with concentrated HC1. The acidified aqueous 
phase was subsequently back-extracted with 100 mL of HPLC methylene 
chloride whirfi w a s  then drained and a l l o w 4  to evaporate. The residue was 
dissolved in 2.0 mL HPLC THF f o r  analysis .  

BOCLE measlrements w e r e  performed according t o  the method described in 
appendix Y of the Aviation Fuel Lubrici y Evaluation published by the  
Coordinating Research Council, Inc. Q 

RESULTS 

Ficgure 1 is an HPLC chromatogram of a base extract from a typical JP-5 
jet fuel. The active ingrd ien t  of t h e  lubrici ty  enhancer additive, DLA, 
has an elutbn volume of 5.85 mL The DLA component has a m o k o i l a r  weight 
of 562. This material is prepared by a 1,4- cycloaddition (Diels-Alder) 
reaction of t w o  linoleic acid molecules. The product is a monocyclic 
compound w i t h  a m o l e c u l a r  weight t w i c e  that of lindeic acid. It possesses 
two EU?JOXY~~~ acid moieties which are the points of attachment t o  the 
a c t i v e  s u r f a c e  sites. 

The peak t h a t  e l u t e s  a t  approximately 5.4 mL corresponds t o  
trilinaleic acid (TLA). The TLA component, which is also a product of the  
D i e l s - A l d e r  has a m o l e c u l a r  weight of approximately 840. It may 
possess either a partially unsaturated fused dicyclic ring s t ructure  or  
two i s o l a t e d  p a r t i a l l y  s a t u r a t e d  cyclohexyl r ings.  

The components w i t h  elution volumes of apprmcimately 6.5 mL and 7.0 mL 
correspond to naturally Occvrring base extractable materials. These peaks 
are designated regions 3 and 4 respectively. These peaks can be clearly 

in Figure 2. The components that elute in  what are designated regions 
3 and 4 are believed to play a significant role  i n  the inherent lubricity 
of jet fuel as measured by the BOCLE. Earlier work has  shown a relation 
between resence of t h e s e  components and BOCLE measured 
lubricity>2-e1g In  general, a s  the concentration of components tha t  
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elute in regions 3 and 4 inc~rease, the lubricity of a fuel sample measured 
by t h e  BOCLE increases .  

while performing routine analyses of jet fuel  samples, an interesting 
change in the fuel samples w a s  noted. A Series of JP-5 field samples were 
analyzed for  base extractable material. A f t e r  nine months of ambient 
storage, these same samples w e r e  analyzed a second time. It w a s  found that 
the a n a n t  of base extadable matena l  that elutes in regions 3 and 4 had 
increased. Table 1 lists the peak heights of regions 3 and 4 before and 
a f t e r  nine months of ambient s torage.  

BOCLE analyses w e r e  run to determine if there had been a concomitant 
change in lubricity. Since these w e r e  actual field samples of JP-5 jet 
fuels and, therefore, contavl * ed the  mandatory lubricity enhancer additive, 
these fuel  samples were a l l  considered t o  b e  high l u b r i c i t y  f u e l s  
onginally. It w a s  found, however, tha t  lubricity had increased. Previous 
work with an early version of t h e  BOCLE yielded similar results. The 
lubricity of eight additive-free JP-5 and Jet A fuel samples w e r e  measured 
before and after 18 m o n t h s  of ambient storage. The change in  w e a r  scar 
diameter measurements f o r  these fuels  are listed in Table 2. It can be  
seen t h a t  t h e  lubricity had increased in most cases. The w e a r  scar 
diameters measured are smaller than t h e  t h a t  would be measured on the 
current version of the BOCLE. This is a result of a m e t a l u q i c a l  change in 
t h e  cy l inders  t o  increase  r e p e a t a b i l i t y  and reproducib i l i ty .  

The in- in base extractable materid with a concomitant increase 
in BOCLE measured lubricity is pmbably a result of oxidative changes in  
the fueL Free radical autoxidatbn mechanisms are w e l l  known and readily 
cccur i n  s a m e  fuels. These mechanisms can lead t o  the formation of t race  
levels of carboxylic acids t h a t  are known t o  enhance BOCLE measured 
lubr ic i ty .  

The relation between lubrici ty  and fuel  composition is of g r e a t  
A t t e m p t s  have been made t o  correlate a number of fuel properties 

t o  lubricity m e a s u r e m e n t s  w i t h  little or no success. Early work performed 
by G r a b e l  showed that straight chain carlxocylic acids were&mong t h e  most 
effective lubricity enhancers at  very low concentrations. The effect 
of Straight chain carboxylic acids on boundary lubrication is w e l l  known 
and w e l l  documented. It's not surprising that an c o r n i o n  inhibitor based 
on carboxylic acids is also an effective l u b r i c i t y  enhancer. Grabel 
attempted to correlate the  tatal acid number of a fuel  t o  its lubricity a s  
measured by the BOCLE. It w a s  found that there w a s  a relation, however, it 
would not serve a s  a adequate prediction of a fuel ' s  l u b r i c i t y .  The 
conclusion is that there are acids t h a t  contribute substantially t o  t h e  
t o t a l  acid number t h a t  are not  involved i n  l u b r i c i t y .  

Combined gas chromatcgraphy/mass spectrometry (GC/MS) was used t o  
identify components present in regions 3 and 4. W i t h  the  knowledge of t h e  
effect of carboxylic acids on BOCLE measurements, c o m p a r i s o n  between fuel  
extracts and carboxylic acid standards w e r e  made. Both t h e  fuel  extracts  
and standards were derivatized t o  form the i r  trimethylsilyl analogs t o  
faci l i ta te  GC/MS analysis. A f t e r  ana lys i s  of a s tandard  mixture of 
derivatized carboxylic acids, a variety of fuel  extra& w e r e  analyzed. 
Carboxylic acids w e r e  found t o  be present at low concentrations. These 
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w e r e  identified by bath GC retention t i m e  and by t h e i r  mass spectra. To 
aid in identification, multiple ion detection w a s  also used f o r  samples 
w i t h  overlapping peaks. The specific alkanoic acids found ranged from 
heptanoic acid (C7) t o  undecanoic acid (C . The total concentration 
of the alkanoic acids varied with differed'iamples. In  most cases t h e  
total con- ' w a s  on the order of a few p a r t s  per  million. Previous 
work has shown that as little a s  2 ppm of added alkanoic  a c i d s  can 
s i g n i f i c a n t l y  improve BOCLE measured l u b r i c i t y .  

~n addition t o  the acids, the majority of the species present i n  the 
fuel extracts h*- sub=+ihi alkyl phenols. B a r l i e r  work by G r a b e l  has 
shown that. these mat€Tmk are  not effective lubrici ty  enhancers a t  low 
con- s. A t  higher am- s they may, however, contribute t o  
BOCLE measured lubr ic i ty .  

SUWUARY 

The BOCLE is a useful tool i n  t h e  laboratory f o r  jet fuel  lubricity 
measurments. Its limitations, however, must be recognized. The test is 
pe?Tormed at 25'C, w e l l  below the operating temperature of aircraft fuel 
systems. Compaunds that  exhibit a beneficial jnfluence on lubricity i n  t h e  
BOCLE t e s t  may f a i l  a t  higher temperatures. The BOCLE analys is  is 
performed i n  a different lubrication regime than is found i n  c u r r e n t  
aircraft fue l  systems. This may lead t o  erroneous conclusions about a 
fuel's ability to impart lubricity in actual fuel  systems. For instance, 
the BOCLE measured lubricity of a fuel is not influenced by t h e  presence 
of sulfur  compounds. Jet fue l  lubr ic i ty  as measured by t h e  TAFLE, 
indicates that sulfur compounds increase t h e  load l i m i t  of a fuel  before 
scuffing occurs. T h i s  m e a n s  that the BOCLE may fail a fuel that is capable 
of high l o a d s  i n  an a c t u a l  f u e l  pump. 

Lubricity related problems have been associated with only certain 
specific aircraft. The use of t h e  lubrici ty  enhancer additive has been 
found to adequately alleviate these problems. Other aircraft have not been 
found to exhibit any lubricity related problems. One may ask why there  is 
a con- about lubricity. In t h e  past t h e  Navy has  had problems with 
lubricity as a result of ship- fuel  handling practices. A s  JP-5 fuel 
is depleted from shipboard storage tanks, seawater is pumped i n  f o r  

bricity ballasting. SBawater has been shown t o  effectively remove 
enhancer additive by fonning dicationic salts of t h e  DLA. 
r e su l t s  i n  j e t  f u e l  with inadequate  l u b r i c i t y .  

Another cause for  recent lubnckty problems is the lack of a lubricity 
specification. Additives used for lubricity enhancement are used, not for  
t h e i r  a b i l i t y  t o  enhance l u b r i c i t y ,  b u t  t h e i r  a b i l i t  t o  i n h i b i t  
corrosion. Of t h e  additives qualified for  use i n  jet fuely7, some a r e  
not  e f f e c t i v e  s u r f a c e  a c t i v e  l u b r i c i t y  enhancers. 

Two recommendations as an approach t o  short  term and long term 
lubricity c011cen-1~ are as follows: First, delete the additives from the  
Qualifies moducts List t h a t  a r e  not found t o  enhance lubricity. Of the 
additives remaining, select those additives t h a t  a r e  most effective for  
lubricity enhancement, are m o s t  Cost effective, and are readily available. 

tls,Jr This 
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Second, design aircraft components that are not affected by the continued 
use of l o w  lubricity fuel. Long term problems with jet fuel  lubrici ty  
shculd be approached by hardware m o d i f i c a t i o n  nat  by the continued use of 
addi t ives .  

, 
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ShMeLE 
Rooaevelt Road8 
Guantanamo Bay 
Olego Garola 
lorlakl, Japan 
Gatun. Panama 
Cartapena, Spaln 
Azorea 

TABLE 1 

Rep. 3 Pk HgI 
AflQf  
28.0 
28.0 11.0 

20.0 22.0 
4.0 4.0 

12.0 15.0 
5.0 12.0 
7.5 7.0 

3 
Rea. 4 Pk Ha1 

8.5 13.0 

CHANGE IN CONCENTRATION OF BASE EXTRACTABLE MATERIAL AFTER 
NINE MONTHS OF STORAGE 

TABLE 2 

IUtdELE - 
1 0.28 mm 
2 0.32 mm 
3 0.28 mm 
4 0.43 mm 
5 0.31 mm 
8 0.82 mm 
7 0.53 mm 
8 0.52 mm 

CHANGE IN WEAR SCAR DIAMETER MEASUREMENT 
JET FUELS AFTER 18 MONTHS OF STORAGE 

- 
0.23 mm 
0.28 mm 
0.27 mm 
0.28 mm 
0.54 mm 
0.35 mm 
0.38 mm 
0.41 mm 

FOR ADDITIVE-FREE 

I 
I 
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INTRODUCTION 

In modern aircraft fuel systems, the fuel is used as a heat transfer medium to 
dissipate heat from the avionics and hydraulic systems. Under these conditions, 
the fuel can undergo autoxidation. Autoxidation of jet fuel can result in the 
formation of insoluble gum and sediment which can impair operation of the jet 
engine. In addition, hydroperoxides which form during autoxidation have been 
known to attack certain elastomeric fuel system components. Thus, the thermal 
oxidation stability of the fuel becomes an important consideration. Trace 
quantities of certain transition metals will catalyze fuel autoxidation. 
Dissolved copper has been shown to be the most reactive (Pederson, 1949; Smith, 
1967). Copper contamination of fuels can and does occur, particularly in 
shipboard fuel handling systems from contact with copper lines, brass fittings, 
admiralty metal, and other copper-bearing alloys. 

Metal deactivator additives (MDA) were developed to counteract the catalytic 
activity of dissolved metals. These additives (N,N'-disalicylidene-l,Z- 
propanediamine and N,N'-disalicylidene-1,2-cyclohexanediamine) can act as 
polydentate ligands for copper (Pederson, 1949). Chelate complexes derived from 
similar hydroxyaromatic Schiff bases are known to be thermally stable (Marvel, 
et al., 1956). The military specification, MIL-T-5624, allows f o r  the addition 
of up to 5.8 mg MDA per liter in JP-4 and JP-5, while the ASTM specification for 
aviation turbine fuels, D1655-85a, (Annual Book of ASTM Standards, 1987) allows 
up to 5.1 mg per liter. 

Laboratory scale tests, such as the Jet Fuel Thermal Oxidation Tester (JFTOT), 
have been relied upon to evaluate the thermal oxidation stability of aviation 
fuels. In the ASTM Method for assessing thermal oxidation stability of aviation 
fuels (Annual Book of ASTM Standards, 1988), the fuel is passed once over the 
outside of a resistively heated aluminum tube (the heater tube) at a flow rate 
of approximately three ml/min. I n  previous work (Morris, et al., 1988; Morris 
and Turner, in press), we have observed that the addition of a metal deactivator 
resulted in significant reductions in deposits on 304 stainless steel JFTOT 
heater tubes from 280 to 310°C. 

I n  tests conducted with an injector feed-arm simulator, metal deactivator reduced 
deposit formation in two fuels by two and fourteen fold respectively onto clean 
steel surfaces (Kendall and Earls, 1985). However, after an induction period, 
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rapid deposition ensued at a rate similar to that observed in the absence of MDA. 
From this it was concluded that MDA passivated the clean steel surface towards 
thermal deposits, but was ineffective once the surface became coated with an . 
organic deposit (Kendall, et al., 1987). The effectiveness of MDA in JFTOT 
testing of metal-free hydrotreated fuels was also attributed to passivation of 
the clean metal surface of the JFTOT heater tube (Clark, 1988). 

The strong influence exerted by MDA in JFTOT testing has raised questions about 
the applicability of the method for ranking fuels with respect to thermal 
oxidation stability in the presence of metal deactivators. If MDA produces a 
disproportionately strong inhibition of deposition in the JFTOT, then fuels 
ranked stable may form insolubles during use. We have thus directed our efforts 
at ascertaining the various mechanisms by which MDA can act, particularly in 
accelerated stability testing. One objective of this study was to determine to 
what extent interactions with metal surfaces of the test apparatus govern the 
effectiveness of metal deactivators. This paper describes an examination of 
metal surfaces exposed to MDA solutions to determine under what, if any, 
conditions metal passivation can occur. 

EXPERIMENTAL 

X-ray photoelectron spectroscopy (XPS) was used to determine the presence of a 
continuous layer of MDA on metal surfaces. Analyses were performed using a 
Surface Science Instruments SSX-100-03 X-ray Photoelectron Spectrometer. 
Quantitative estimates of the surface composition were obtained using the 
analysis program supplied with the spectrometer. The base pressure was at least 
2 x Fourier transform infrared spectroscopy 
(FTIR) was performed with a Digilab FTS-15/90 Fourier transform infrared 
spectrometer. Secondary ion mass spectroscopy (SIMS) was performed in a static 
mode with a time of flight instrument constructed at the Naval Research 
Laboratory (Hues, et al., 1988). A pulsed alkali ion gun with a thermionic 
emitting source was used which produced 2 - 5  ns pulses of 13.0 kev cesium ions, 
resulting in an impact energy of 8.0 kev for positive ions. 

In order to minimize the risk of surface contamination from trace impurities in 
a fuel, a model fuel consisting of n-dodecane (Philips 66, Pure grade, 99 mol% 
min.) was used. XPS analyses were conducted on flat metal coupons exposed to 
the model fuel and the model fuel containing MDA. N,N'-Disalicylidene- 
1,2-propylene-diamine (MDA) was obtained from Pfalz and Bauer and dissolved into 
the dodecane to obtain a final concentration of 5.8 mg/l. MDA-copper complex 
was prepared by combining equimolar quantities of MDA and copper(I1) 
ethylacetoacetate in dodecane. 

Coupons measuring 2.5cm x 1.2cm consisting of copper, 6061 aluminum and 304 
stainless steel were used as substrates. All surfaces were ground to 4000 grit 
using silicon carbide paper with triply distilled water as the lubricant. Coupon 
samples used for (FTIR) were further polished with 0 . 0 5  micron alumina. The 
stainless steel samples examined by SIMS were lcm x lcm and were prepared as 
described above. After polishing, the coupons were rinsed with triply distilled 
water and allowed to air dry in acid cleaned glassware. Samples were immersed 
in either pure dodecane or dodecane containing MDA at room temperature for two 
and one half hours. Afterwards the samples were withdrawn from this solution 
and rinsed with HPLC grade n-heptane, covered with aluminum foil and analyzed 

torr for all samples analyzed. 
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within an hour. Samples t h a t  were analyzed by SIMS and F T I R  were a l so  rinsed 
with low residue toluene (Baker). 

S ta in less  s t e e l  and aluminum JFTOT hea ter  tubes were a l s o  examined by XPS. JFTOT 
s t r e s s i n g  was c a r r i e d  out  with dodecane and so lu t ions  of MDA a t  5 . 8  m g / l  in 
dodecane a t  260'C and 310°C f o r  one hour. The tubes w e r e  washed with hexane 
immediately a f t e r  a JFTOT erperiment. 

RESULTS AND DISCUSSION 

XPS s igna l  i n t e n s i t y  r a t i o s  f o r  carbon. ni t rogen and oxygen cannot be u t i l i z e d  
a s  a quant i ta t ive  measure o€  the  amounts o f  MDA on the surface and can only be 
used a s  a q u a l i t a t i v e  ind ica t ion  of the presence of MDA. Almost any surface tha t  
has been exposed t o  a i r  w i l l  have adsorbed oxygen and carbon. It was thus 
necessary t o  r e l y  on the i n t e n s i t y  of the ni t rogen s igna l  alone a s  the most 
r e l i a b l e  ind ica t ion  of the  presence of MDA on the  surface s ince  it i s  unique to 
t h a t  compound and is not present  i n  the pure dodecane. 

An XPS survey scan of t h e  copper-MDA complex demonstrated tha t  the surface 
binding energies  were s imi la r  t o  those reported f o r  a copper-Schiff base analog 
of MDA (Di l la rd ,  e t  a l . ,  197h). I t  i s  c l e a r  from analys is  of the observed peaks 
t h a t  a l l  t h e  expected elements are  present .  The ni t rogen peak was q u i t e  intense 
r e l a t i v e  t o  both t h e  carbon and oxygen peaks. Although nothing d e f i n i t i v e  can 
be s a i d  from the spectrum about the r e l a t i v e  atomic concentrat ions,  the re la t ive  
i n t e n s i t i e s  of the  carbon, ni t rogen and oxygen peaks should give a reasonable 
ind ica t ion  of the expected i n t e n s i t y  r a t i o s  f o r  t h i s  chelate  i f  i t  were present 
a s  a very th ick  f i lm.  Analysis of s i g n a l  i n t e n s i t i e s  from high reso lu t ion  scans 
of these peaks allowed an est imat ion of the atomic concentrat ion of the  elements 
present .  The ca lcu la ted  copper concentration was a factor  of two higher than 
expected, while the  atomic r a t i o s  o f  the other  elements were what were expected. 
Although the  exact  reason for  t h i s  discrepancy i s  not  understood, t h e  re la t ive  
i n t e n s i t i e s  of t h e  peaks should provide a reasonable indicat ion of the amount 
of MDA present  on an uncontaminated surface.  

Copper coupons: While it is not p r a c t i c a l  t o  attempt to  remove a l l  copper- 
bearing components from shipboard f u e l  del ivery systems, MDA may play a ro le  i n  
inh ib i t ing  the d isso lu t ion  of copper i n t o  the  f u e l .  For t h i s  reason i t  was f e l t  
t h a t  MDA adsorpt ion onto copper surfaces  should be s tudied  t o  provide an insight  
i n t o  the r o l e  i t  may p lay ,  i f  any, i n  passivat ing the exposed copper par t s .  
Prepared copper coupons were exposed t o  dodecane and dodecane containing MDA a t  
room temperature f o r  2.5 hours .  The s t r i p s  were then removed and r insed w i t h  
heptane (HPLC grade) ,  mounted onto the XPS carousel  and introduced in to  the 
vacuum system wi th in  two hours using a quick inser t ion  system t h a t  i s  p a r t  of 
the  apparatus .  The XPS survey scan from the f r e s h l y  cleaned copper surface,  
which was mounted a s  soon as it was a i r  d r ied ,  had weak carbon and oxygen peaks 
and s t rong copper peaks, ind ica t ing  t h a t  the  sample preparat ion procedure used 
produced an acceptably c lean  sur face .  Exposure to  t h e  MDA solut ion had c lear ly  
increased the amount of carbon on the  surface but no nitrogen was observed i n  
the broad scan. This  indicated t h a t  a t  most there  could only be a very th in  
f i lm of t h e  MDA on t h i s  sur face .  Otherwise, the ni t rogen i n t e n s i t y  would be 
comparable with t h a t  found i n  the complex above. High resolut ion scans of the 
peaks f o r  each element were obtained and the composition of  the surface was 
estimated. The r e s u l t s  o f  t h i s  a r e  shown i n  Table I f o r  t h e  f r e s h l y  polished 
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surface and a f t e r  exposure t o  MDA. The carbon and oxygen l e v e l s ,  although s t i l l  
qu i te  high, a r e  small compared with those found from any o ther  c leaning 
procedures t h a t  were t r i e d .  A s  expected, the calculated carbon contents on 
surfaces  t h a t  were exposed t o  the organic so lu t ions  were higher than on t h e  
f resh ly  cleaned surfaces .  In  addi t ion,  the quant i t ies  of carbon were about t h e  
same f o r  the surfaces  of both the sample exposed t o  pure dodecane and t o  MDA. 
Nitrogen leve ls  were a t  or below the detect ion l i m i t  of 1 - 2  atomic percent .  The 
lack of any ni t rogen s igna l  suggests t h a t  the  formation of an MDA coat ing on t h e  
copper surface was not occurr ing,  s ince XPS can e a s i l y  resolve monolayer 
thicknesses .  

Examination of the  copper surface by FTIR revealed the presence of an organic 
ac id  on a l l  samples exposed t o  the dodecane. The magnitudes of the C-H and C-0 
s t re tches  t h a t  character ized the surface adsorbed ac ids  were influenced by the  
MDA concentrat ion.  This may indicate  some in te rac t ive  e f f e c t s  between acids  
adsorbed on metal surfaces  and the MDA. 

S ta in less  s t e e l  coupons: The r e s u l t s  from the XPS examination of 304 s t a i n l e s s  
s t e e l  coupons exposed t o  dodecane and dodecane containing 5 . 8  mg MDA/1 f o r  2 . 5  
hours a t  room temperature a r e  shown i n  Table I .  Higher leve ls  of oxygen were 
found on the f resh ly  cleaned s t a i n l e s s  s t e e l  surface than on the  copper sur face ,  
presumably because of the presence of metal oxides. Nitrogen content was a t  or 
below the l i m i t  of  detect ion.  FTIR ana lys is  of s t a i n l e s s  s t e e l  s t r i p s  exposed 
to  dodecane again revealed the presence of a carboxylic acid on the sur face ,  from 
strong C - H  and C-0 absorpt ions.  No changes i n  surface acid concentrat ion were 
evident ,  nor was MDA detected on surfaces  exposed t o  dodecane containing 5 . 8  mg 
MDA/1. Treatment of the dodecane with s i l i c a  gel  before use was s u f f i c i e n t  t o  
e l iminate  the presence of adsorbed carboxylic acids  on the metal sur faces .  The 
presence of a few p a r t s  per  mil l ion of dodecanoic acid was confirmed by HPLC 
analys is  of the base-extractable  component o f  the dodecane. Thus, the a c i d  
adsorbed on the metal surface was most l i k e l y  dodecanoic ac id ,  derived from 
autoxidat ion of the  dodecane. 

I n  an e f f o r t  to  gain a more sens i t ive  measure of the presence of MDA on the  
sur face ,  SIMS analysis  was performed on a s t a i n l e s s  s t e e l  surface which had been 
exposed t o  neat  dodecane and a dodecane so lu t ion  of 5 .8  mg MDA/1 f o r  2 hours a t  
room temperature. The pos i t ive  secondary ions thus formed showed tha t  indeed 
some MDA was present  on the surface,  while none was detected on the nea t  dodecane 
exposed blank. Since the surface had been r insed with toluene,  it is assumed 
t h a t  the MDA present  was t i g h t l y  bound t o  the  surface.  However, a more intense 
s igna l  was obtained a t  52 Daltons higher than the MDA peaks, suggesting t h a t  most 
of the MDA was bound t o  chromium. These f indings demonstrate t h a t  a f t e r  exposure 
of 304 s t a i n l e s s  s t e e l  to  a solut ion of MDA a t  room temperature, some MDA w i l l  
be bound t o  the sur face ,  predominantly a t  chromium s i t e s .  However, the coat ing 
i s  f a r  from complete and would not s ign i f icant ly  a l t e r  the surface r e a c t i v i t y  
towards deposi t ion.  

S ta in less  s t e e l  JFTOT hea ter  tubes: While 6061 aluminum is the mater ia l  most 
commonly used i n  the construct ion of  JFTOT hea ter  tubes,  304 s t a i n l e s s  s t e e l  i s  
of ten  employed i n  research e f f o r t s  involving the JFTOT apparatus .  Furthermore, 
many f u e l  system components a r e  constructed from s t a i n l e s s  s t e e l .  XPS analyses 
were performed on se lec ted  areas  of s t a i n l e s s  s t e e l  JFTOT hea ter  tubes used to  
s t r e s s  samples of dodecane with and without 5.8 mg MDA/1 i n  the JFTOT apparatus 
f o r  one hour. Nitrogen on heater  tubes heated a t  260'C was near the  detect ion 
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l i m i t .  The metal contents  ( i . e . ,  Fe, C r ,  Mn, e t c . )  on the tube surfaces  were 
very low (Table 1 1 ) .  Chromium leve ls  were a t  o r  below the  de tec t ion  l i m i t  of 
1 atomic percent ,  compared t o  a nominal leve l  of 18% i n  the base metal. This 
ind ica tes  mul t i layer  deposi t  formation was taking place regardless  of whether 
MDA was present  o r  n o t .  At 310°C i n  the presence of MDA, s i m i l a r  r e s u l t s  were 
obtained except t h a t  the carbon leve ls  were higher .  These f indings demonstrate 
t h a t  wi th in  one hour of JFTOT tes t ing ,  it i s  possible  t o  produce multilayer 
coatings o f  carbonaceous thermal oxidation products on the s t a i n l e s s  s t e e l  JFTOT 
heater  tube surface from a r e l a t i v e l y  unreactive " fue l" ,  i . e . ,  dodecane. 

Aluminum JFTOT h e a t e r  tubes: XPS examinations of 6061 aluminum JFTOT heater  
tubes t e s t e d  a t  260'C f o r  one hour in  dodecane and dodecane with 5.8 mg MDA/1 
revealed t h a t ,  i n  both cases ,  carbon l e v e l s  were lower than on the s ta in less  
s t e e l  tube surfaces  (Table 111). There was no evidence of mult i layer  s t ruc ture  
of thermally degraded dodecane over the f u l l  length of the tube. This 
subs tan t ia tes  e a r l i e r  repor t s  t h a t  while the l iquid-phase chemistry i s  ident ica l  
for  both tube mater ia l s  (Hazlet t ,  e t  a l . .  1977), heavier  deposi ts  tend to  form 
on s t a i n l e s s  s t e e l  hea te r  tubes (Fai th ,  e t  a l . ,  1971; Kendall, e t  al., 1987). 
Nitrogen w a s  a t  o r  below the  detect ion l i m i t  i n  both cases ,  however, s l i g h t l y  
m o r e  n i t rogen  was evident  on tubes heated i n  the MDA so lu t ion .  

CONCLUSIONS 

Surface analyses of  copper. aluminum and s t a i n l e s s  s t e e l  exposed t o  MDA i n  s t a t i c  
solut ions and i n  JFTOT t e s t i n g ,  point towards a d i f f e r e n t  mechanism than what 
would be expected i f  the surface were deact ivated towards deposi t ion by a 
contiguous layer  of  MDA. While these f indings suggest t h a t  t h e  surface contains 
some MDA, it is sparse ly  d is t r ibu ted .  In  addi t ion,  there  may be some in te rac t ive  
e f fec ts  between MDA and surface bound carboxylic ac ids .  On s t a i n l e s s  s t e e l ,  it 
appears t h a t  the MDA is  predominantly bound t o  chromium s i t e s  on the surface but 
t h i s  coa t ing  is a l s o  a f rac t ion  of a monolayer and thus would not s ign i f icant ly  
change the surface a c t i v i t y .  There was no evidence t h a t  MDA was coat ing a pure 
copper sur face .  

I n  the  JFTOT, there  was more deposition onto the 304 s t a i n l e s s  s t e e l  tubes than 
on the 6061 aluminum. I f  surface passivat ion was responsible for  the  s t rong 

'response o f  the JFTOT t o  the  presence of MDA, then one would expect t o  observe 
at l e a s t  a monolayer of MDA on the tube surface over the e n t i r e  t e s t  duration 
oE two and one h a l f  hours .  However, i n  t h i s  study, mult i layer  thermal oxidation 
deposi ts  were produced on 304 s t a i n l e s s  s t e e l  JFTOT tubes a f t e r  only one hour 
of JFTOT t e s t i n g  a t  the spec i f ica t ion  t e s t  temperature, 260'C. Therefore, the 
t i m e  required f o r  monolayer deposi t ion o f  thermal oxidat ion products onto 
s t a i n l e s s  s t e e l  h e a t e r  tubes during JFTOT t e s t i n g  was well within the l i m i t s  of 
the tesc .  

While it does not seem l i k e l y  t h a t  surface passivat ion i s  occurring i n  the J F T O T ,  
there i s  still  no doubt t h a t  MDA exerts  a powerful inh ib i t ing  influence on 
thermal deposi t ion and the question of v a l i d i t y  of the JFTOT r e s u l t s  i n  the 
presence of MDA remains t o  be answered. Measurements of oxidat ion of JFTOT 
e f f l u e n t  have shown inhib i t ion  by MDA i n  some cases  and none i n  others .  This 
suggests the p o s s i b i l i t y  t h a t  the e f f e c t s  exer ted by MDA i n  the JFTOT may be a 
consequence of in te rac t ions  i n  the liquid-phase. 
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Table I .  Composition o f  F i l m s  Formed on Polished F l a t  Coupons 
Exposed t o  Dodecane and 5.8mg MDA/1 Dodecane i n  Atomic Percent 

Copper 

Freshly Pol ished 
Dodecane, 2.5 h r s  
MDA/dodedane , 2.5 h r s  

Condition C 0 cu 

27  35 
23 1 2  
28 18 

304 Stain1 

39 
63 
54 

s S t  e l  

Condition C 0 Fe 

Freshly Pol ished 
Dodecane, 2 . 5  hrs 
MDA/Dodedane, 2 . 5  h r s  

2 1  * 58 14 
46 37 8 
35 49 11 
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Table 11. Composition of Films Formed on Stainless Steel JFTOT Tubes 
in Atomic Percent after Stressing for 1 Hour 

Dodecane, 260'C 
TemD. ('C) C 0 Fe 
174-208 57 38 3 
208-238 4 1  4 9  7 
238-257 52 40 5 
257-260 7 8  2 0  1 

5.8 mg MDA/l in Dodecane, 260'C 

174-208 56 38 2 
208-238 43 46 4 
238-257 4 8  4 2  4 
257-260 82 18 0 

5.8 mg MDA/1 in Dodecane, 310°C 

212-253 40 4 5  11 
253-287 56 38 4 
287-305 82 1 4  0 
305-310 93 6 0 

Table 111. Composition of Films Formed on Aluminum JFTOT Tubes 
in Atomic Percent after Stressing for 1 Hour 

Dodecane, 260'C 
Temr, . ('C) C 0 A1 
141-193 31 47 20 
193 - 232 29 47 2 1  

256-260 28 4 8  19 
232-256 32 46 i a  

5.8 mg MDA/1 in Dodecane. 260°C 

141-193 31 4 5  19 
193-232 33 4 3  18 
232-256 34 4 3  19 
256-260 44 36 17 
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HYDROCRACKING WITH NEW SOLID ACID CATALYSTS: 
LOW SEVERITY LIQUEFACTION PRODUCTS FROM LOW RANK COAL: 

Edwin S. Olson, John W. Diehl, and Ramesh K. Sharma 

Energy and Environmental Research Center 
University of North Dakota 

Grand Forks, NO 58202 

Solid acid catalysts, prepared by supporting zinc chloride on silica gel and on 
acid-exchanged montmorillonite, were tested for catalytic hydrocracking of first 
stage liquefaction products from Wyodak subbituminous coal. Unsupported acid- 
exchanged montmorillonite was also tested. The reactions were carried out by 
heating the high molecular weight, THF-soluble. low-severity product with the 
supported zinc chloride catalyst in a microreactor at 400°C for three hrs with 1000 
psig of hydrogen (repressurized at 1-hr intervals). These reactions gave good 
yields of distillates (53-68%), which exceeded those obtained with conventional 
hydrotreating catalysts under similar conditions. Coking or retrograde condensation 
reactions were minimal. The distillate compositions, determined by GC/FTIR/MS/AED. 
consisted of phenolics, one and two ring aromatics and hydroaromatics, and 
alkanes. The nonvolatiles were examined by elemental analysis, FTIR, NMR. and m.w. 
determinations by GPC and LALLS. The hydrotreated liquefaction products, both 
volatiles and nonvolatiles, showed a complete absence of organo sulfur compounds, as 
determined by the very sensitive helium afterglow discharge emission and elemental 
analysis. 

Key words: Liquefaction, hydrocracking, sol id acid catalyst 

INTRODUCTION 

The preparation of new catalysts for the production of a distillate with a low 
content of heteroatoms such as sulfur, oxygen, and nitrogen is a major goal in coal 
liquefaction. More than 50 years ago Eugene Houdry (1) reported that acid modified 
smectites can produce gasoline in high yields when used as petroleum cracking 
catalysts. In contrast to thermal cracking. catalytic cracking produces gasoline of 
higher octane rating ( 2 ) .  Many cracking catalysts are combinations of alumina and 
silica oxides, known to exhibit acidic properties (3 ) .  The mechanism of the acid- 
catalyzed cracking reactions is understood to involve carbonium ion intermediates 
(4). The catalytic cracking of cumene has been extensively used to characterize the 
acidity of various catalysts (5). Synthetic silica alumina catalysts or zeolites 
were more stable both structurally and catalytically, gave superior product 
distributions compared to naturally occurring clays, and, thus revolutionalized the 
catalytic cracking (6-10). 

Petroleum hydrocracking catalysts are not necessarily effective for coal 
liquefaction. however. Highly acidic catalysts may result in coking on the catalyst 
as well as in the equipment. Although molten zinc chloride effectively 
depolymerizes coals (11, lZ) .  significant hydrodesulfurization of aryl sulfur 
compounds i s  not affected by this reagent (13). Other disadvantages of zinc 
chloride are its difficulty of recovery and corrosive nature. 

In a recent paper we reported a solid acid catalyst prepared by supporting zinc 
chloride on silica gel to be effective in hydrodesulfurization of diphenyl sulfide 
and dibenzothiophene (14). The preparation and characterization of three solid acid 
catalysts: 1) Supporting zinc chloride on silica gel, 2) supporting zinc chloride 
on acid-exchanged montorillonite, and 3) unsupported acid-exchanged montorillionite 
have already been reported (14,15). In this paper. we report the catalytic 
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hydrotreatment of the first stage products from the low-severity liquefaction of 
Wyodak subbituminous coal with zinc chloride supported on silica gel and on acid- 
exchanged montmorillonite, unsupported acid-exchanged montmorillonite, and 
commercial Trilobe 60 HDN catalyst. 

EXPERIMENTAL 

Zinc chloride on silica gel. zinc chloride on acid-exchanged montmorillonite, and 
unsupported acid-exchanged montmorillonite catalysts were prepared as described 
earlier (14.15). Total acidity and pKa's of the solid acid catalysts were 
determined by n-butyl amine titrations using Hammett indicators (16). 

Analytical procedures; instrumentation: 

Carbon, hydrogen, and nitrogen analyses were performed on Control Equipment 
Corporation Model 240XA Elemental Analyzer. Total sulfur was determined with a LECO 
Model 532 Sulfur Analyzer using ASTM 01551 method. Oxygen was determined by 
difference. 

13C NMR, CP/MAS solid state spectra were recorded on a Varian XL200 NMR spectrometer 
with Doty Scientific solids probe operating at 50.3 MHz. Infrared spectra were 
obtained in KBr on either a Perkin Elmer Model 283 spectrophotometer or a Nicolet 
20SXB FTIR spectrometer equipped with a mercury cadmium telluride (MCTA) detector 
and a Nicolet 1280 computer with a fast Fourier transform coprocessor. 

Quantitative GC/FID analyses were performed with a Hewlett-Packard 5880A gas 
chromatograph equipped with J&W 60 m x 0.25 mm (i.d.), 1.0 micron 08-1701 capillary 
column. n-Octadecane was used as the internal standard. Isotope dilution GC/MS 
were performed on a Finnigan 800 IT0 ion trap detector with an HP-5890A gas 
chromatograph and a J&W 30 m x 0.32 mm (i.d.), 1.0 micron film of 08-5. Phenol, 
tetralin, and naphthalene were determined with the per-deuterated analogs as the 
respective internal standards. A 15 m x 0.25 mm (i.d.) 0.25 micron 08-5 column was 
used for the analysis of high boiling components. Quantitative analysis of organo 
sulfur compounds in the distillate was done by GC/AED. 

Low severity liquefaction: 

A slurry consisting of 904.5 g Wyodak coal (as received) and 1254.9 g of solvent 
(tetralin) was placed in a two-gallon reactor, and the reactor was sealed. The 
reactor was evacuated and charged with a mixture of 900 psig carbon monoxide and 100 
psig hydrogen sulfide. The reactor was slowly heated to 384'C. and left at this 
temperature for one hour. At the end of the reaction, the reactor was cooled to 
room temperature, and the gases collected in a gas bag. The product slurry was 
separated into THF-soluble and insoluble fractions by extracting with THF. The THF- 
insoluble fraction was dried in vacuo at llO'C overnight, and weighed. 

Preparation of solvent free low-severity product (LS-W) for second stage catalytic 
hydrotreatment : 

A large batch of  THF-soluble fraction was distilled under reduced pressure (2 torr) 
to remove solvents. The residue, a viscous oil. solidified upon cooling to room 
temperature (LS-W) was used for catalytic hydrotreatment. This product was analyzed 
by elemental analysis and the results are given in Table 1. 

Catalytic hydrotreatment of LS-W: 

In a typical run 1.0 g of LS-W and 0.50 g of the desired catalyst were placed in a 
tubing bomb (12-1111 microreactor). The microreactor was evacuated and pressurized 

The method of Vogel (17) was used for chlorine analysis. 
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with 1000 psig of hydrogen, and placed in a rocking autoclave heated to 400°C. The 
heating continued for three hours. At the end of the reaction period, 
themicroreactor was cooled to room temperature, degassed, and opened. 

The tubing bomb was attached to a set of three pre-weighed traps cooled in air, dry 
ice-acetone. and liquid nitrogen. The tubing bomb was slowly heated (3"C/min.) to 
250°C. and heating was continued until distillation stopped. The distillate was 
weighed and dissolved in 10 ml of methylene chloride. The distillate was mixed with 
appropriate internal standards and analyzed by GC/FID and GC/FTIR/MS/AED. The 
undistilled residue was separated into THF-soluble and insoluble fractions by 
extracting with THF. These fractions were dried in vacuo and weighed. The mass 
balance data are given in Table 2. 

In a separate reaction, the tubing bomb was depressurized and repressurized with 
1000 psig of hydrogen at one hour intervals. The total heating time was three 
hours. 

' RESULTS AND DISCUSSION 

Catalytic hydrotreating; Liquefaction: 

Catalytic hydrotreating of LS-W with silica gel zinc chloride (SZC): 

Hydrotreating of solvent free low severity liquefaction product from Wyodak coal 
(LS-W) was carried out to determine the catalytic activities of supported zinc 
chloride catalysts. The three-hour tests were performed with an initial (cold) 
hydrogen pressure of 1000 psig, which increased to 3000 psig at the final reactor 
temperature of 400'C. In one test, the microreactor was cooled and repressurized 
with hydrogen (1000 psig) after each hour, while in another test, no additional 
hydrogen was added over the three-hour experiment. In calculating the conversions 
for the reaction, it is necessary to consider that the low-severity starting 
material for the test consisted mostly of high molecular weight material, but did 
contain a small amount of tetralin and naphthalene derived from solvent used in the 
low severity liquefaction and a small amount o f  volatile coal-derived material. The 
yields in the hydrotreating tests were determined by measuring the amount of vacuum 
distillate and corrected by subtraction of the distillable material present in LS-W 
(20%) to obtain the actual yield. 

The hydrotreatment of LS-W with silica gel-zinc chloride catalyst (SZC) in the three 
hour test without depressurizing and repressurizing with hydrogen gave a distillate 
yield of 35%. Subtraction of the LS-W volatiles resulted in an actual yield for the 
hydrotreating step of 15%. The most striking aspect of the composition of the 
distillate is the complete absence of sulfur containing compounds, as determined by 
the very sensitive helium afterglow discharge atomic emission detection. The 
GC/FTIR/MS data indicated that benzene, alkylbenzenes, cyclohexane, phenolics, 
tetralin, naphthalene, and a series of alkanes were the major components of the 
di sti 1 late. 

The residue from the distillation was separated into THF-soluble and insoluble 
fractions. The THF-soluble fraction amounted to 54% of the weight of the starting 
material. This material bad a hydrogen-to-carbon ratio of 1.01, identical to the 
starting LS-W product. C NMR, CP/MAS spectrum shows a large increase in the 
hydroaromatic bond at 30 ppm. This data also indicates removal of phenolics, 
carboxylic acids and carboxylate groups during hyd otreating. Infrared spectrum 
shows a larger aromatic ring absorption at 1600 cm-I. which may have resulted from 
a change in the type of aromatic groups present. An increased aromatic content 
could have resulted from either cleavage and loss of alkyl groups to the distillate 
fraction or from condensation, dehydration, and dehydrogenation reactions to give 
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TABLE 1 

ELEMENTAL ANALYSES OF COAL LIQUEFACTION PRODUCTS 

Cata lyst  Produce C H N S O  H/C 

None , Wyodak (maf) 

None LS-w 

*szc THF-S 
THF-I  
D is t .  

szc THF-S 
THF-I 
Dis t .  

AM THF-S 
THF-I 
Dis t .  

AMSZC-8 THF-S 
THF-I 
D i s t .  

70.9 

82.9 

87.3 

88.0 

83.7 

85.4 

5.2 

6.9 

7.35 

6.02 

5.58 

6.38 

0.9 

1.1 

0.68 

1.07 

1.24 

0.94 

0.6 

0.71 

0.14 
0.84 
0.0 

0.0 
0.74 
0.0 

0.42 
0.0 

0.0 
1.47 
0.0 

22.3 0.88 

8.3 1.00 

4.53 1.01 

4.91 0.82 

9.48** 0.80 

7.28 0.90 

Single H 2  pressur izat ion 
** Includes s u l f u r  

TABLE 2 

CATALYTIC HYOROTREATING OF LS-W 

CATALYST LS-W PRODUCTS (%) 
(9) THF-I THF-S D i s t i l l a t e  

*szc 1.02 11.8 54.0 35.0 
szc 1.00 1.9 28.6 67.7 
AM 1.00 20.0 46.0 28.0 
AMZC-A 1.00 -- 49.0 53.0 
AMZC-8 1.00 -- 41.0 62.0 
HON 1.00 14.3 49.61 35.0 

Single H, Pressur izat ion 

t 
c 
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more aromatic structures. Experience with model compound hydrotreating with this 
catalyst (14) suggests that single rings are not hydrogenated, but naphthalenes. and 
polynuclear aromatics are readily hydrogenated (19). Thus the hydrotreating at 
400°C appears to consist mainly of hydrocracking alkylaromatics and hydrogenation of 
multi-ring aromatics. Hydrotreating may predominate over hydrogenation. because of 
the higher concentration of single ring aromatics in the low-rank coals. 

The THF-insoluble fraction from the experiment without repressurization consisted 
mainly of catalyst, but did contain organic material amounting to 12% of the 
starting LS-W. 

The hydrotreating of LS-W with silica gel-zinc chloride catalyst with 
repressurization of hydrogen at one-hour intervals gave a distillate yield of 68% 
(actual 48%). The composition of the distillate was similar to that of the product 
from the single pressurizatian with hydrogen. The THF-soluble fraction amounted to 
24% of the starting material. As in the experiment discussed above, the'infrared 
spectrum indicated this fraction to be more aromatic than the original LS-W. The 
THF-soluble fraction was essentially the recovered catalyst with only a small amount 
(<3%)of carbonaceous material. 

Catalytic hydrotreating with montmorillonite-zinc chloride (AMZC): 

Catalytic hydrotreating of LS-W with acid-exchanged montmorillonite ( A M )  and 
hydrogen depressurizing and repressurizing at one-hour intervals gave 28% 
distillate. Since. 20% distillate was already present in the LS-W. only 8% of the 
distillate was actually produced during the second stage of the reaction. The GC/MS 
data indicated the major compents of the distillate to be tetralin. naphthalene, and 
phenols. Tetralin is more likely to be solvent-derived and naphthalene could either 
be solvent-derived, coal-derived or both. Other products in the distillate were 
cresols, benzene, alkylbenzenes, and alkylnaphthalenes. A significant portion of 
the starting material (20%) became insoluble in THF after the second stage reaction, 
which may be due to condensation reactions catalyzed by the acidity of the clay. 

Catalytic hydrotreating with zinc chloride supported on acid-exchanged 
montmorillonite prepared from clay dried at 110°C in vacuo (AMZC-A) gave 53% 
distillate (actual 33%). The stability and catalytic activity of the catalyst was 
found to depend on the drying temperature of the clay. The zinc chloride supported 
catalyst that was prepared from clay dried at 250°C (AMZC-E), was not only more 
stable on long standing but also gave higher distillate yield, 62% (42% actual). 
The distillate yield with this catalyst was comparable to that obtained from silica 
gel-zinc chloride catalyst. Furthermore, no coking or enhanced aromatic residue was 
formed during catalytic upgrading. 

Catalytic hydrotreatment with commercial Ni-Mo catalyst (HON): 

In order to evaluate the catalytic activity of the zinc chloride supported silica 
gel and acid-exchanged montmorillonite. reaction of low severity Wyodak (LS-W) 
product with commercially available HDN catalyst was carried out under the same 
conditions as described above, and the results compared. The distillate yield was 
Only 35% (actual 15%), which is significantly lower than those obtained with zinc 
chloride supported on silica gel and acid-exchanged montmorillonite. The product 
distribution of the distillate was much the same as with supported zinc chloride 
Catalysts. The THF-soluble fraction was 50% of the starting material. A 
significant amount of organic material became insoluble in THF, which may have been 
formed due to dealkylation or condensation reactions (15). 

This material was also more aromatic than the original LS-W. 
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Catalytic hydrotreating: Desulfurization: 

Table 3 shows the sulfur removal for four different catalysts. The distillates 
obtained from these reactions did not contain any sulfur as indicated by very 
sensitive helium afterglow atomic emission spectroscopy. Therefore, sulfur amounts 
in the recovered catalyst (THF-insolubles) and THF-soluble fraction were used to 
determine desulfurization during catalytic hydrotreating of LS-W. Elemental 
analysis of the THF-insoluble fraction gave 0.74% sulfur (0.0075 g 5 ) .  This amount 
of sulfur is essentially the same as that present in the starting LS-W (0.0071 9). 
These data demonstrate that the catalyst is highly effective in removing sulfur from 
the bottoms as well as the distillate. The occurrence of zinc sulfide in the 
catalyst is expected (14) but has not yet been confirmed. However, only 73.6% 
sulfur was removed from LS-W in the test without hydrogen repressurization. These 
results suggest that hydrogen repressurization is needed for the efficient removal 
of organic sulfur from coal products. Acid-exchanged montmorillonite removed only 
42.3% sulfur from LS-W. However, on supporting zinc chloride on acid-exchanged 
montmorillonite, the desulfurization activity of the clay was considerably 
increased. 

TABLE 3 

SULFUR BALANCE 

Catalyst S(q) I S  

Reactant Products Removed 
LS-W Distillate THF-S Recovered Catalyst 

*szc 0.0072 0.0 _ _  0.0053 73.6 
szc 0.0071 0.0 0.0 0.0074 100 
AM 0.0071 0.0 _- 0.0030 42.3 
AMZC-B 0.0071 0.0 0.0007 0.0060 . 84.5 

* Single H2 Pressurization 

CONCLUSIONS 

Comparing the results of hydrocracking of low-severity liquefaction Wyodak products 
with supported zinc chloride catalysts to the results with HDN catalyst shows that 
these supported catalysts. give higher distillate yields and effectively remove 
organic sulfur under mild conditions. The strong acid hydrotreating catalyst (acid- 
exchanged montmorillonite) was not very effective in hydrotreating. The experiments 
showed that repressurizing the hydrogen is needed to sustain hydrogenation and 
prevent condensations at this temperature. These acid catalysts are effective in 
removing organic sulfur from coal-derived products. 
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INTRODUCTION 

Dispersed-phase molybdenum catalysts are being used at PETC to enhance 
the simultaneous conversion of petroleum bottoms material and coal to 
distillate products. A series of tests were performed in micro- 
autoclaves, 1-liter semi-batch stirred autoclaves, and a 1-liter 
continuous unit aimed at maximizing the production of distillates while 
minimizing the catalyst requirements [l]. Similar product yield 
structures and conversions have been demonstrated using molybdenum 
concentrations from 2 0 0  ppm (based on coal weight) to 1000 ppm in the 
1-liter continuous unit. Dispersed-phase catalysis using molybdenum 
may require catalyst recovery. This paper examines the potential for 
the recovery of a dispersed-phase molybdenum catalyst. 

Molybdenum catalyst recovery schemes typically involve ashing the non- 
distillate process residue and converting the metals to their oxide 
form. Certain metal oxides are selectively solubilized by dissolution 
in ammonium hydroxide (NH,,OH) , including molybdenum, which forms water- 
soluble ammonium heptamolybdate. A recovery process patented by AMAX 
[Z] involves mixing a gasifier residue with an alkali metal hydroxide, 
heating the mixture between 6OO0C and 800°C in the presence of air, 
adding water to the mixture, and then acidifying and ammoniating the 
aqueous solution to extract and selectively crystallize as ammonium 
heptamolybdate. Universal Oil Product Incorporated [3,4] (UOP) has 
recovered a dispersed vanadium catalyst by first performing a particle 
size classification of the reactor product with hydroclones, followed 
by calcination (ashing) of the solids at 5OO0C, and extraction with an 
ammonium hydroxide solution. 

Earlier experiments at PETC [5] indicated that the nickel and vanadium, 
present as contaminants in the petroleum bottoms, appear to be 
incorporated into the carbonaceous material. Thus, these metals are 
also present in the bottoms material produced in dispersed-phase 
catalytic coprocessing along with the catalyst and coal mineral matter. 
The catalyst recovery procedure consisted of extracting the reactor 
product with tetrahydrofuran (THF), ashing the extract at elevated 
temperature, and extracting the ash with an ammonium hydroxide 
solution. Initial recovery experiments used the ASTM procedure for 
ashing coal [6]. The effects of ashing temperature, coal mineral 
matter, and the choice of hydroxides (strength of the base) on 
molybdenum recovery were examined. 

EXPERIMENTAL 

Reagents were ACS grade and obtained from Alfa Chemicals. Coals used 
included an Illinois No. 6 (Burning Star Mine) hvBb coal that was 
ground to less than 75 microns, and a deep-cleaned Kentucky (Blue Gem 
Mine) hvAb coal that was ground to less than 7 . 5  microns and physically 
cleaned by the Otisca T-Process [ 7 ] .  Analyses of the feed coals and 
the coal ash are presented in Table 1. Maya atmospheric tower bottoms 
(Maya ATB) was used as the vehicle. An analysis of the Maya ATE is 

t 570 

I 



. 

presented in Table 2. 

The semi-batch 1-liter autoclave was charged with 150 grams of coal, 
350 grams of oil, and 35 grams of 0.045 M ammonium molybdate solution. 
The unit was operated with a continuous gas stream (3%H2S:97%H,) at a 
rate of 4 SCFH (113 standard liters/hr). Water and volatile products 
(light oils) from the reactor were condensed in a trap maintained at 
room temperature. The reactor was maintained at run temperature for 
2 hours, cooled, depressurized, drained, and washed with methylene 
chloride to quantitatively recover the product. Typical heatup and 
cool-down times of the autoclave tests were two hours. All semi-batch 
experiments were performed using reactor conditions of 435OC, 2500 psig, 
and 2 hours residence time. 

The catalyst recovery scheme is depicted in Figure 1. Reactor product 
was slurried with a 5:l wt ratio of n-heptane and then decanted. The 
heptane insoluble residue was then washed/extracted with THF and 
pressure-filtered through a 0.45 micron Durapores membrane filter, 
using a 142-mm Millipore Hazardous Waste Filtration System and 40 psig 
nitrogen. The THF-insoluble residue was vacuum dried and weighed. A 
portion of the insoluble residue was ashed in a Fisher Model 495 
Programmable Ashing Furnace. The residue was heated at a rate of 
sOc/min to 25OoC, held for an hour at 25OoC, heated to the final 
temperature (7OO0C, 675OC, 51OoC), and held at temperature for 600 
minutes. 

Solubilizations of the ash were performed at 65'C for one hour. Five 
grams of ash were used for experiments conducted with residues produced 
from Illinois No. 6 coal. One or three grams of ash were used for 
experiments that were conducted with residues produced from Kentucky 
(Blue Gem) coal or coal-free experiments. The ash was first mixed with 
approximately 100 ml of deionized water. Ammonium hydroxide was then 
added to give a weight ratio of ammonia-to-molybdenum of 1O:l and the 
mixture diluted to 300 ml with additional deionized water. A magnetic 
stirrer provided agitation during the solubilization. A water-cooled 
condenser prevented some vapors from escaping. The suspension was then 
filtered hot in a 47-mm Millipore vacuum filtration apparatus using a 
water aspirator. The ammonium hydroxide-soluble filtrate was 
evaporated to dryness using a rotoevaporater. Both the soluble and 
insoluble filter cakes were dried in a vacuum oven. 

Selected samples were examined by thermogravimetric analysis (TGA), 
scanning electron microscopy (SEM) energy dispersive analysis, X-ray 
diffraction, and inductively couple plasma emission spectroscopy (ICP) . 
TGA was performed in a Perkin-Elmer TGS-2 Thermogravimetric system 
using a temperature profile of 5'C per minute in an air atmosphere. 
Samples were examined with an SEM equipped with an energy-dispersive 
spectrometer. ICP analysis was carried out at the University of 
Pittsburgh Applied Research Center (UPARC) using a Bausch and Lomb ARL 
Model 534000 system. 

' 

RESULTS AND DISCUSSION 

By ashing at 700'C and extraction with ammonium hydroxide, over 95 % of 
the molybdenum could be recovered from physical mixtures of coal ash, 
molybdenum trioxide, vanadium pentoxide, and nickel oxide. When 
experiments were performed using residues generated from continuous 
unit operations, only 50 percent of the molybdenum could be recovered 
in the ammonium hydroxide soluble extract. Since the melting point of 
Vz05 is Recoveries 695'C, the ashing temperature was reduced to 675OC. 
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recoveries are defined as the percentage of molybdenum that is 
recovered in the basic solution. The range of values in Table 3 for 
molybdenum purity and ammonium molybdate recovery were from multiple 
experiments. Solubilized fractions were not selectively crystallized 
to recover the pure heptamolybdate salt. 
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6 coa l  conta in ing  11.1 w t %  ash.  The purpose of  using a deep-cleaned 
bituminous coa l  was t o  reduce t h e  e f f e c t  of  t h e  c a l c i u m  (present  i n  t h e  
coa l  mineral mat te r )  on molybdenum recovery. The THF-insoluble res idue  
was ashed and e x t r a c t e d  w i t h  NH,OH and t h e  observed molybdenum recovery 
a s  a so luble  s p e c i e s  w a s  now g r e a t e r  than 95 percent .  The r e s u l t s  of 
t h e s e  experiments demonstrate t h a t  t h e  calcium p r e s e n t  i n  t h e  mineral 
mat ter  reacts with Moo3 i n  t h e  ashing s t e p  t o  form CaMoO,. NH, does 
not appear t o  be a s t r o n g  enough base t o  r e a c t  with CaMoO, t o  s o l u b i l i z e  
molybdenum. 

Pure calcium molybdate was t r e a t e d  wi th  NH,OH a t  temperatures  a s  high 
a s  9ooc but  it was unreac t ive  and not  s o l u b i l i z e d .  Since ammonium 
hydroxide was i n e f f e c t i v e ,  t h e  s t ronger  base, sodium hydroxide, w a s  
t e s t e d .  Calcium molybdate w a s  decomposed t o  form inso luble  calcium 
hydroxide and s o l u b l e  sodium heptamolybdate when t r e a t e d  with sodium 
hydroxide. These r e s u l t s  demonstrate t h a t  s t r o n g e r  bases ,  such a s  
sodium hydroxide, are capable  of decomposing calcium molybdate and 
removing calcium a s  an inso luble  s a l t .  It also sugges ts  t h a t  sodium 
hydroxide might be used as a s u b s t i t u t e  f o r  ammonium hydroxide. 
Treatment of a s o l u t i o n  containing sodium heptamolybdate with NH40H 
should r e s u l t  i n  t h e  s e l e c t i v e  c r y s t a l l i z a t i o n  o f  ammonium 
heptamolybdate, t h e  c a t a l y s t  precursor .  

A t y p i c a l  m a t e r i a l  balance f o r  metals i n  a run made wi th  cleaned 
Kentucky Blue G e m  c o a l  is ind ica ted  i n  Figure 2 .  Molybdenum present  
a s  ammonium heptamolybdate comprises 7 8  percent  of  t h e  NH,OH-soluble 
mater ia l .  Analyses were n o t  performed f o r  t h e  remaining c o n s t i t u e n t s  
of t h e  so luble  f r a c t i o n .  Experiments with I l l i n o i s  No. 6 coa l  
t y p i c a l l y  d i d  not  y i e l d  as high an ammonium heptamolybdate 
concentrat ion i n  t h e  NH,OH-soluble mater ia l .  I t  is thought t h a t  some 
of t h e  coa l  ash components a r e  being s o l u b i l i z e d  with t h e  ammonium 
hydroxide. Typica l ly ,  f o r  these  experiments, molybdenum accounts f o r  
50 percent  of t h e  NH'OH-soluble mater ia l .  

CONCLUSIONS 

It  has been demonstrated t h a t  molybdenum can be  recovered from coal  
l iquefac t ion  coprocessing experiments. High recover ies  of  molybdenum 
required an ashing temperature  of  51OoC t o  avoid t h e  formation of a 
r e f r a c t o r y  molybdenum-vanadium complex, which appeared t o  form a t  
higher  ashing temperatures  (675OC) and i n h i b i t e d  molybdenum recovery. 
X-ray d i f f r a c t i o n  and elemental analyses  of  t h e  ash  produced from 
experiments t h a t  used coa l  i n d i c a t e  t h e  presence o f  calcium molybdate 
i n  t h e  ammonium hydroxide-insoluble m a t e r i a l .  Calcium molybdate t h a t  
is formed f r o m  calcium i n  t h e  coal  mineral mat te r  and t h e  molybdenum 
c a t a l y s t  is unreac t ive  with ammonium hydroxide and i n h i b i t s  t h e  
recovery of molybdenum. T h i s  was supported by conducting experiments 
with deep-cleaned c o a l  wherein most mineral  matter, t o  inc lude  calcium, 
had been removed. More than 90% of t h e  molybdenum was recovered from 
deep-cleaned coal .  Preliminary experiments have shown t h a t  s t ronger  
hydroxides, such a s  sodium hydroxide, react with calcium molybdate t o  
form a s o l u b l e  molybdate salt  and would r e s u l t  i n  improved molybdenum 
recovery. A s  a resul t  of optimizing t h e  condi t ions ,  a recovery scheme 
has been developed t h a t  can recover t h e  molybdenum when calcium has  
been removed f r o m  the feed coal .  This  scheme most l i k e l y  w i l l  apply 
t o  raw c o a l s  us ing  sodium hydroxide a s  a s u b s t i t u t e  f o r  ammonium 
hydroxide. 
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Table 1. Analysis of Feed coals. 

Illinois No. 6 Cleaned Kentucky 
Burning star Blue Gem Mine 

Ultimate Analysis, wt% (Moisture Free) 
Carbon 70.2 
Hydrogen 4.8 
Nitrogen 0.9 
Sulfur 3.1 
Oxygen (dif ference) 9.9 
Ash 11.1 

Major Elements 
Sio, 

TiO, 

CaOZ 
MgO, 
Na20 
K2O 

A1203 

'2'5 

in Ash 
44.6 
18.3 
21.9 
0.9 
0.1 
5.1 
0.6 
1.6 
1.1 

80.3 
5.1 
1.9 
0.8 

11.1 
0.8 

29.1 
25.9 
25.1 
3.2 
0.4 
4.9 
1.4 
1.4 
1.7 

Table 2. Analysis of Vehicle oil. 

Maya ATB 
650°F* 

Ultimate Analysis, w t %  
Carbon 
Hydrogen 
Nitrogen 
Sulfur 
Oxygen (direct) 
Ash 

850'F- (Vol% ) 
Heptane insols, wt% 
Nickel (ppm) 
Vanadium (ppm) 

84.5 
10.6 
0.5 
4.0 
0.3 
0.1 

30 
20 
70 

370 

Table 3. Effect of extraction conditions on Molybdenum recovery. 

l~xpl Coal (solvent 

- 
A 
B 
C 
D 
E 
- 

I11 # 6 Maya 
I11 # 6 Maya 
Blue Gem Maya 

20.0 

w t %  w t %  sols 

ND ND 
88 73 
35 44 

49 - 57 34 - 38 
90 - 98 66 - 78 
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I Carbonaceous Residue + Mineral Matter 
V,Mo,Ni (sulfides) 

1.44 ams insol 
0.03 gm ca 
0.46 gm Fe 
0.05 gm Ni 
0.07 gm V 
0.02 gm Mo 
0.05 gm A1 

I- Combust with air or oxygen 

2.43 amS Sol 
0.01 gm Ca 
0.00 gm Fe 
0.01 gm Ni 
0.07 gm V 
1.03 gm Mo 
0.03 gm A1 

Extract with NHIOH 

tIIIl insolubles solubles 

Figure 1. Catalyst Recovery in Coprocessing. 

350 gm Maya ATB+ 150 gm Kentucky Blue Gem +35 qms catalyst 
0.13 gm V 1.16 gm ash 1.05 gm Mo 
0.02 gm Ni .25 gm Fe 

.06 gm Ca 
I 

315 gms reactor product 

Extract with THF - 
11.7 gms THF insolubles 

- Ash at 51OoC 

Figure 2. Catalyst Material Balance for Batch Run 
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CYCLIC OLEFINS AS NEW HYDROGEN DONOR COMPOUNDS 
FOR COAL LIQUEFACTION 

Michael W. Bedell and Christine W. Curtis 
Chemical Engineering Department 

Auburn University 
Auburn, A1 36849 

Keywords: Coal Liquefaction, Hydrogen Transfer, Donor Compounds 

ABSTRACT 

A new set of hydrogen donor compounds, cyclic olefins (CLO), has been evaluated to 
determine their effectiveness as hydrogen donors to coal. 
are hydroaromatic species which do not contain aromatic rings. 
these donors has been compared to conventional hydroaromatics. 
study are 1,4.5,8-tetrahydronaphthalene, also known as isotetralin, and 
1,4,5,8,9,10-hexahydroanthracene. Cm's are much more reactive than their 
conventional hydroaromatic analogues, both in model reactivity studies and in 
reactions with Western Kentucky No. 9 coal. In this paper, the thermal and 
catalytic reactivity of the CLO's under nitrogen and hydrogen at coal liquefaction 
temperature is discussed. Results for the reactions of the CLO's and their 
conventional hydroaromatic analogues, e.g. tetralin. 9,10-dihydroanthracene, and 
octahydroanthracene, with Western Kentucky No. 9 coal are discussed. 

These cyclic olefins 
The efficacy of 
The CLO's under 

INTRODUCTION 

In both thermal and catalytic coal liquefaction reactions, hydrogen transfer 
reactions are important avenues by which hydrogen is transferred to coal and 
substantially increases the amount of coal conversion and upgrading. Hydrogen 
donors typically used are hydroaromatic and phenolic compounds.(1-6) A new set of 
hydrogen donor compounds has been discovered that are much more effective than 
conventional hydroaromatics in transferring hydrogen to coal. 
cyclic olefins (i.e. hydroaromatic species which do not contain aromatic rings), 
An example is isotetralin, 1,4.5,8-tetrahydronaphthalene. 

The efficiency of isotetralin for converting coal to THF solubles has been shown 
to be much higher than its conventional hydroaromatic analogue, tetralin (1). In 
reactions with Western Kentucky No. 9/14 coal, isotetralin converted 80.6% of the 
coal to THF solubles compared to only 5 8 %  for tetralin. 
coal conversion with isotetralin leads to the current investigation of cyclic 
olefins as hydrogen donors for coal liquefaction. 

The objective of this research is to test cyclic olefins as donors for coal 
liquefaction. The cyclic olefins under study are 1,4,5,8,9,10- 
hexahydroanthracene (HHA) and 1,4,5,8-tetrahydronaphthalene, isotetralin (Iso). 
The first step in fulfilling this objective was to investigate the chemistry of 
these compounds. 
nitrogen atmospheres has been determined. The catalysts used were presulfided, 
pulverized NiMo/A1203 and Mo/Al203. 
reacted with Western Kentucky No. 9 coal under a nitrogen atmosphere to evaluate 
their hydrogen donability. 

These donors are 

This dramatic increase in 

Both the thermal and catalytic reactivity under hydrogen and 

Secondly, these compounds were thermally 
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EXPERIMENTAL 

The reactivity and stability of the cyclic olefins were tested in a stainless 
steel tubing bomb reactor with a volume of 20 cc under the following conditions: 
38OoC, horizontal agitation at 425 cpm, 1250 psig nitrogen or hydrogen pressure at 
ambient temperature, reaction times ranging from 15 minutes to 1 hour, 2.0 g 
hexadecane as the diluent solvent, 3 weight percent CLO, and for catalytic 
reactions a total active metal loading of 3000 ppm. Two catalysts were used, 
Shell 324, NiMo/AlgOg, and Amocat lB, Mo/Al203, to evaluate the catalytic 
reactivity of IS0 at liquefaction conditions. Each catalyst was presulfided, 
pulverized, and sized between 100 and 200 mesh before being used. 

The reactions of both CLO's and three conventional hydroaromatic donor compounds 
with Western Kentucky No. 9 were also performed. For this study the following 
reaction conditions were employed: 
atmosphere at ambient temperature, 38OoC reaction temperature, 2.0  g coal, 4.0 g 
total solvent mixture including 0.1-0.5 weight percent donable hydrogen of the 
model compound with the balance being fluorene as a diluent solvent, 700 cpm 
vertical agitation rate, stainless steel tubing bomb reactor of approximately 50 
cm3 volume. 

The chemicals used were obtained from the following manufacturers and used as 
received: tetralin, 1,4,5,8,9,10-hexahydroanthracene, 1,2,3,4,5,6,7,8- 
octahydroanthracene, and 9,10-dihydroanthracene from Aldrich Chemical G o . ;  
1,4,5,8-tetrahydronaphthalene from Wiley Organics Inc.; Western Kentucky No. 9 
coal from PSU/DOE sample bank. 

For this work coal conversion is defined as 

In order to use this definition of coal conversion, both the moisture and ash 
contents were needed. The moisture content was 4.5 0 . 6 %  and the ash 10.16 f 
0.14%. 

30 minute reaction time, 1250 psig nitrogen 

conversion - 1 - [ IOM (maf) / coal charge (maf) ] x 100 

RESULTS AND DISCUSSION 

ISOTETRALIN SYSTEH 

In the model reactivity studies, IS0 was very reactive at the catalytic conditions 
studied; none was observed in the reaction products even at reaction times as 
short as 15 minutes. Two different presulfided hydrogenation catalysts were used: 
Shell 324, NiMo/A1203, and Amocat l B ,  Mo/Al203. These catalysts were chosen 
because of their different hydrogenation activities with NiMo/A1203 usually being 
more active. 
tetralin (TET) was produced as a major product, while no measurable amount of 
naphthalene (NAP) was formed. With increasing reaction times, less TET was 
produced, while more decalin (DEC) was formed. With the NiMo/A1203 catalyst, the 
trans to cis isomer ratio was approximately 3 to 1. The DEC isomer ratio was 
independent of reaction time, within experimental error. With Mo/Al203, the 
predominant product formed was TET; cis and trans DEC as well as NAP was also 
formed, yielding approximately 20 weight percent DEC and one weight percent NAP. 
The trans to cis DEC isomer ratio was approximately 2.5 to 1 and was constant for 
reaction times ranging from 15 minutes to 1 hour. For ISO, NiMo/AlzOg was a more 
active hydrogenation catalyst than Mo/Al2O3, as evidenced by the greater amounts 
of DEC produced. The product slate was independent of time, within experimental 
error, for the reactions performed with the Mo/Al2O3 catalyst under equivalent 

With IS0 in the presence of NiMo/A1203 and a hydrogen atmosphere, 
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condi t ions b u t  varying reac t ion  times; i . e .  a l l  the products were formed within 
t h e  f i r s t  15 minutes y ie ld ing  the same product slate regard less  of reac t ion  time. 

The thermal r e a c t i v i t y  study of IS0 showed t h a t  a l l  IS0 w a s  converted a t  react ion 
times of 15 ,  30, and 60 minutes. The product s l a t e  f o r  t h e  thermal react ions 
d i f fe red  from t h a t  o f  the c a t a l y t i c  react ions.  1.2-dihydronaphthalene (1.2-DHN) 
and 1,4-dihydronaphthalene (1,4-DHN) were formed thermally,  whereas c a t a l y t i c a l l y  
they were n o t .  I n  a n i t rogen  atmosphere, the predominant product was NAP, with 
o ther  major products being 1,2-DHN 1,4-DHN, and a minor amount of TET. 
Approximately 55 w e i g h t  percent  NAP and 40 weight percent DHN's were produced. In  
a hydrogen atmosphere, the observed products were TET, 1,2-DHN, 1,4-DHN, and NAP. 
The product s l a t e  f o r  the thermal react ions w a s  time dependent. Although the  same 
products were observed, d i f f e r e n t  amounts o f  each were formed a t  d i f f e r e n t  
react ion t i m e s .  With increasing reac t ion  time, the  amount of NAP produced 
increased while the amount of 1 , Z - D H N  and 1,O-DHN decreased. The 1.2-DHN t o  1 ,4-  
DHN isomer r a t i o  v a r i e d  widely with varying reac t ion  times. A t  a reac t ion  time of 
one hour, the  1,4-DHN produced was unexpectedly small ;  it i s  bel ieved tha t  1,4-DHN 
w a s  rehydrogenated t o  TET, which would account for  the increased TET produced a t  
t h i s  react ion t i m e .  

HEXAHYDROANTWCENE SYSTEM 

The thermal and c a t a l y t i c  r e a c t i v i t y  of 1,4.5.8.9.10-hexahydroanthracene. (HHA) 
w a s  a lso examined. A s  i n  the  IS0 reac t ions ,  NiMo/A1203 was a more a c t i v e  
hydrogenation c a t a l y s t  than Mo/Al2O3 i n  the HHA reac t ion  system. With NiMo/A1203, 
t h e  predominant products  from HHA hydrogenation were isomers of f u l l y  hydrogenated 
anthracene, perhydroanthracene (PHA); the  o t h e r  major products were isomers of 
octahydroanthracene (OM) with a minor amount of tetrahydroanthracene isomers 
(THA) observed. Increas ing  reac t ion  times favored the formation of the  more 
hydrogenated product PHA, while decreasing the  amount of OHA produced. 
react ion t imes,  HHA w a s  t o t a l l y  converted, with e i t h e r  NiHo/A1203 o r  Mo/Al203. 
With the Mo/Al2O3 c a t a l y s t ,  the  predominant product was OHA; other products i n  
l e s s e r  amounts were PHA and THA. 
of hydrogenated product  formation. 
t h a t  of THA decreased. 

I n  the thermal r e a c t i o n  system f o r  HHA, under both n i t rogen  and hydrogen 
atmospheres, the predominant products were isomers of  dihydroanthracene (DHA) with 
9,10-dihydroanthracene being the  major isomer observed. 
THA and anthracene (ANT). I n  a ni t rogen atmosphere, a t r a c e  amount of HHA w a s  
observed a t  t h e  end of the 30 minute react ion time. I n  a hydrogen atmosphere, 
with increasing r e a c t i o n  t imes,  HHA recovery decreased. DHA formation decreased, 
while ANT and THA formation increased.  
atmospheres, a minor amount of OHA was formed. 

COMPARISON OF CYCLIC OLEFINS AND CONVENTIONAL DONORS 

The r e a c t i v i t y  of t h e  conventional hydrogen donor analogues, DHA, OHA, and TET 
were compared t o  that of HHA and I S 0  under equivalent  reac t ion  condi t ions.  

With NiMo/Al203 in  a hydrogen atmosphere, I S 0  completely reacted,  whereas, 
approximately 25% of TET remained unconverted. The products formed from IS0 were 
TET and DEC, while those  from TET were pr imar i ly  DEC. 
t h a t  the t r a n s  t o  c i s  DEC isomer r a t i o  was t h e  same f o r  both compounds. (3  t o  l), 
within experimental e r r o r ,  and tha t  nei ther  IS0 nor TET formed NAP as product. 

For a l l  

Increasing reac t ion  times increased the  amount 
Both OHA and PHA production increased, while 

Lesser products included 

Af ter  60 minutes of reac t ion  i n  a hydrogen 

However, i t  should be noted 
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This suggests that IS0 was converted to TET by some pathway before forming the 
more hydrogenated products. With Mo/Al203 in a hydrogen atmosphere, IS0 was also 
completely reacted, whereas, TET remained almost 95% unconverted. However, as was 
the case with NiMo/A1203, the trans to cis DEC isomer ratio was the same for both 
IS0 and TET (2.5 to l), within experimental error. This result also suggests that 
IS0 was converted to TET prior to forming DEC. 

In thermal reactions, IS0 completely reacted under both nitrogen and hydrogen 
atmospheres. 
was less than 4% converted in a hydrogen atmosphere, forming 1,P-DHN and 1,L-DHN. 

The reactions of DHA, OHA, and HHA with NiMo/A1203 in a hydrogen atmosphere 
produced hydrogenated anthracenes as the predominant products. All three 
reactants formed PHA, OHA, and THA. DHA and HHA were completely converted to 
hydrogenated products, whereas OHA remained approximately 32% unconverted With 
the Mo/Al2O3 catalyst, HHA was completely converted, approximately 8% of the DHA 
remained unreacted, and 98% of the OHA remained unreacted. These comparisons show 
that catalytically, HHA was much more reactive than either of the conventional 
hydrogen donor compounds, DHA or OHA. 

A comparison of the thermal reactions of HHA, OHA, and DHA showed that in a 
nitrogen atmosphere HHA completely reacted, the predominant product from HHA 
hydrogenation being DHA, with lesser amounts of THA and ANT being formed. 
contrast, OHA did not react and DHA remained 95% unconverted, with ANT being the 
only product. In a hydrogen atmosphere more than 98% of HHA was converted, with 
the predominant product again being DHA. 
8% of DHA was converted to dehydrogenated products. 
reactions show that HHA was much more reactive than either OHA or DHA at 38OoC 
under both hydrogen and nitrogen atmospheres. 

To summarize, when I S 0  is compared to TET, it is important to note that both 
thermally, under nitrogen and hydrogen, as well as catalytically, IS0 completely 
converted. By comparison TET did not react thermally, only converted 5% with 
Mo/Al2O3 and converted 75% with NiMo/A1203. 
analogues to HHA showed that DHA was only converted 10% in a thermal reaction 
system, converted 100% with NiMo/AlqOg. and converted 90% with Mo/Al203. 
thermal system, under both nitrogen and hydrogen, OHA did not react: with the 
NiMo/A1203 catalyst, OHA was 68% reacted, while with the Mo/~l2O3 only 2% 
converted. HHA was completely converted by both NIMo/Al203 and Mo/Al203. In a 
thermal system under nitrogen, HHA was completely reacted and was more than 90% 
converted under hydrogen. Thus, IS0 was more reactive than TET, and HHA was more 
reactive than either DHA or OHA. 

By contrast, TET reacted only slightly in nitrogen producing NAP and 

By 

By comparison OHA did not react and only 
The results from the thermal 

The comparison of the conventional 

In a 

REACTIONS WITH WESTERN KENTUCKY NO. 9 COAL 

A series of thermal reactions using 1.50, HHA, TET, OHA, and DHA with Western 
Kentucky No. 9 coal in a nitrogen atmosphere was performed. 
conversion to tetrahydrofuran solubles (THFS) is presented in Table I. Each 
datapoint represented in Table I is the result of at least a duplicate analysis. 
These are two important aspects to this table. 
five donor species at the equivalent loading of 0.5 weight percent donable 
hydrogen. 
of donable hydrogen, 0.5, 0.2, 0.1 weight percent. 

olefins, HHA and ISO, yielded greater coal conversions than did their conventional 

The results for coal 

The first is the ranking of the 

I The second is the comparison of HHA and OHA at three different levels 
Important to note in the 

, rankLngs of the donor species at 0.5 weight percent, is that the two cyclic 

I 
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hydroaromatic analogues,  TET, OHA or DHA. 
conversion of approximately 1 2 %  over its nearest  analogue DHA. 
more than 13% g r e a t e r  conversion than d id  OHA. 
greater  conversion than  did i t s  conventional analogue, TET. 
comparisons were made on an equivalent amount of donable hydrogen. 

When the level  of donable hydrogen was var ied,  HHA cons i s t en t ly  converted more 
than did OHA, a l b e i t ,  i n  decreasing d i f f e r e n t i a l  amounts as the l e v e l  of donable 
hydrogen decreased. This r e s u l t  i m p l i e s  t h a t  a def ic iency of donable hydrogen 
occurred a t  these lower l eve l s  of donable hydrogen. 

HHA produced an increase i n  coa l  
HHA a l s o  showed 

IS0 y ie lded  approximately 14% 
A l l  of these 

For each of the r eac t ions ,  the THFS f r ac t ion  w a s  then fu r the r  analyzed t o  
determine the e f f e c t  of the coal  react ion on the amount of the model hydrogen 
donor compound t h a t  w a s  present i n  the react ion products.  Important t o  note from 
t h i s  analysis  i s  t h a t  fo r  a given hydrogen donor compound, as  t he  l eve l  of donable 
hydrogen was decreased, the products s h i f t e d  t o  l e s s  hydrogenated species .  

A p lo t  o f  coal conversion versus net  grams of H donated from the hydrogen donor is 
represented i n  Figure 1. These values were obtained i n  the  following manner. Net 
grams of hydrogen re leased  (grams of H donated from model compound) - (grams of H 
going t o  form o the r  hydrogen donor species) .  For these ca l cu la t ions ,  t h e  only 
other  H donor formed was OHA. The s o l i d  l i n e  shown i s  the  l i n e a r  bes t  f i t  t o  a l l  
the data points .  The general  t rend is t h a t  a s  coal  conversion increased,  the 
amount of hydrogen donated a l so  increased. 

SUMMARY 

A s  seen i n  both the model compound react ions as well  as react ions with Western 
Kentucky No. 9 coa l ,  t h e  new hydrogen donor compound, c y c l i c  o l e f i n s ,  HHA and ISO, 
are  much more r eac t ive  a t  model l iquefact ion conditions than e i t h e r  DHA, OHA, o r  
TET. I n  the model compound r e a c t i v i t y  s tud ie s ,  IS0 was more r eac t ive ,  both 
thermally and c a t a l y t i c a l l y ,  than TET; HHA was more r eac t ive ,  both thermally and 
c a t a l y t i c a l l y ,  than e i t h e r  DHA o r  OHA. I n  react ions w i t h  Western Kentucky No. 9 
coal  in  a ni t rogen atmosphere, HHA produced an increase i n  coal conversion t o  THF 
solubles  of g rea t e r  than  1 2 %  compared t o  tha t  obtained wi th  OHA, and 1 2 %  greater  
conversion than t h a t  obtained wi th  DHA. 
conversion of approximately 14% more than obtained with TET. 

IS0 produced an increase i n  coal  
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Table I. Coal Conversion Summary for Western Kentucky No. 9 

Donor 
ComDound ,5wt% DH 

Conversion* at 
,2wt% DY ,lwt% DH 

HHA 

IS0 

88.6(0.04) 78.2(0.5) 64.2(2.5) 

81.0(0.9) 

DHA 76.6(0.8) 73.8(1.1) 62.5( 1.2) 

OHA 75.5C0.7) 70.2 (2.7) 60.3(0.7) 

TET 

none 

66.8(0.9) 

57.4(2.3) 57.4(2.3) 57.4(2.3) 

* conversion defined as 1 - IOM (mafl 

and DH refers to donable hydrogen 
coal (maf) 

**Al l  reactions at 38OoC, 1250 psig (cold) N2 atmospheres, 700 cpm. and 30 minute 
reaction time. 

In the pairs of numbers above, the first is the conversion obtained. The second, 
in parenthesis, is the standard deviation for that data point. 
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Figure 1. COAL CONVERSION VERSUS HYDROGEN DONATED. 
THREE LEVELS OF DONABLE HYDROGEN, 
(0.5, 0.2, and 0.1 weight percent) 
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ALUMINOPHOSI'HATE MOLECULAR SIEVES 

V. A. Maroni, K. A. Willms, Hiephoa Nguyen, and L. E. I t o n  
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ABSTRACT 

Recent experiments i n  our laboratory  have demonstrated tha t  aluminophosphate 
molecular sieves subs t i t u ted  w i t h  cobal t  and c o b a l t / s i l i c o n  combinations and 
having the A1P04-34 o r  A1P04-5 s t ruc tu re  ac t i va te  methane s t a r t i n g  a t  -350°C. 
Between 400 and 5OO0C the r a t e  o f  methane conversion increases s t e a d i l y  w i t h  
t y p i c a l  conversion e f f i c i e n c i e s  a t  5 O O O C  ranging from 15 t o  60%. The coba l t  and 
s i l i c o n  subs t i t u ted  A1P04-34 s t ruc tu re  (CoAPSO-34) produces ethylene, ethane, 
propylene, and propane i n  varying propor t ions,  depending on reac t i on  condi t ions.  
l h e  coba l t - subs t i t u ted  A1P04-5 (CoAPSO-5) produces propylene i n  very high y i e l d ,  
w i th  ethane, ethylene, and propane a l so  seen. Analogous aluminophosphate 
molecular sieves subs t i t u ted  w i t h  magnesium o r  s i l i c o n ,  bu t  con ta in ing  no 
t r a n s i t i o n  metal (e.g., SAPO-34, MAPO-5), do no t  ac t i va te  methane under the  
condi t ions described above. The ac t i va t i on  mechanism i s  based on reduct ion o f  
the c o b a l t ( I I 1 )  form o f  the molecular sieve t o  the coba l t ( I 1 )  form w i t h  
accompanying o x i d a t i v e  dehydrogenation o f  the methane. 
coba l t ( I 1 )  form t o  the  c o b a l t ( I I 1 )  form can be done e i t h e r  chemical ly (e.g., 
using 0,) o r  e lect rochemical ly .  

Reoxidation o f  the 

INTRODUCTION 

I n  a recen t l y  publ ished paper (1) we reported the f i n d i n g  t h a t  when Co(1I) i s  
subs t i t u ted  f o r  A1 (111) i n  the  framework o f  c e r t a i n  aluminophosphate (AlPO,) 
molecular sieves and the  r e s u l t i n g  Co( I1) -conta in ing AlPO, (CoAPO) i s  ca lc ined i n  
oxygen, the  Co(I1) i s  ox id ized t o  Co(II1). 
showed t h a t  they possess s t rong o x i d i z i n g  c a p a b i l l i t y ,  and, f o r  example, can 
convert methanol t o  formaldehyde ( a t  25OC), NO t o  NO+ (a t  25OC), and H, t o  2H+ 
(a t  2300'C). These r e s u l t s  i nsp i red  the thought t h a t  Co(1II)APOs might a c t u a l l y  
ox id i ze  methane and i n  the process convert t he  ac t i va ted  species d i r e c t l y  t o  
l i g h t  hydrocarbons by v i r t u e  o f  t h e i r  known Bronsted ac id  cata lyzed homologation 
capacity (2,3) and the  product s e l e c t i v i t y  cons t ra in t s  imposed by t h e i r  pore 
dimensions. Recent experiments i n  our laboratory  (summarized below) have 
demonstrated t h a t  t h i s  i s  i n  f a c t  the case. 

Fur ther  work w i t h  these Co(1II)APOs 

EXPERIMENTAL 

The synthesis methods used t o  prepare the aluminophosphate molecular sieve 
mater ia ls  employed i n  t h i s  work have been discussed elsewhere (1). 
methane on these molecular sieve mater ia ls  and on several o the r  metal oxides 
known t o  a c t i v a t e  methane (e.g., Sm,O,) were c a r r i e d  out  i n  a quar tz  tube reac to r  
having an 8 mm ins ide  diameter. The c a t a l y s t  sample (-1 gram) was supported on a 
quartz f r i t t e d  d i sk  fused i n t o  the midsection o f  t he  quar tz  tube. The tube was 
mounted i n  an e l e c t r i c a l l y  heater furnace ( w i t h  the sample i n  t h e  middle o f  the 
heated zone) and attached t o  the gas handling system. 
experiments [99.999% He, 10% CH, i n  A r  (C, hydrocarbonslCH, .I: 0.002), and "zero" 
a i r ,  a l l  suppl ied by Matheson Gas Productsf were introduced a t  t he  bottom of the  

Reactions o f  

The gases used i n  the  
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react ion tube. 
tube j u s t  above the  bed o f  c a t a l y s t  ma te r ia l .  
accomplished by i n s e r t i n g  two c o i l e d  sections o f  p la t inum w i re  t h a t  were 
f la t tened t o  conform t o  the s ide  wal l  o f  the reac t i on  tube and then mounted i n  
the tube so t h a t  they faced each other  w i t h  a spacing o f  -3 mm. 

I n  a t y p i c a l  experiment w i t h  a molecular sieve ma te r ia l ,  the sieve sample was 
ca lc ined i n  "zero" a i r  a t  55OOC i n  the reac t i on  tube t o  burn o f f  any remaining 
template ions ( f o r  a fresh sample) o r  carbonaceous residues ( f o r  a used sample). 
This ca l c in ing  restored the cobal t -conta in ing molecular sieves t o  the Co( I I1)  
rorln as described p rev ious l y  (1). 
t o  the des i red temperature and purged o f  res idual  oxygen w i t h  f l ow ing  helium, 
then ~ 1 0  cc (STP) of t h e  10% CH, i n  A r  mix ture was introduced a t  a r a t e  o f  -0.5 
cc/min. The reac t i on  products, irnreacted CH,, and A r  coming out  t he  top  o f  t he  
reac t i on  tube were c o l l e c t e d  i n  a l i q u i d  n i t rogen  cooled loop. 
i so la ted  from the reac t i on  tube and warmed up t o  room temperature; a f t e r  which a 
gas sample was withdrawn through a septum por t  on the s ide o f  t he  loop (using a 
gas syringe) and i n j e c t e d  i n t o  a gas chromatograph (GC) equipped w i t h  a flame 
ion i za t i on  detector  (FIO). 
GC equipped w i t h  a thermal conduc t i v i t y  detector  (TCD) t o  determine the  amounts 
o f  H,O, CO, and CO, t h a t  were produced r e l a t i v e  t o  the amount o f  CH, reacted. 

Electrochemical a c t i v a t i o n  s tud ies were performed using a constant vo l tage power 
supply. 
plat inum w i re  e lect rodes (described above). Gas handling procedures employed i n  
the presence o f  an appl ied p o t e n t i a l  were the same as those used on a i r  ca lc ined 
molecular s ieve samples, except t h a t  t he  sieve sample was f u l l y  reduced (deact i -  
vated) w i t h  CH, between the ca l c in ing  and hel ium purging steps. The vo l tage was 
applied dur ing purging and maintained throughout the CH, i n t roduc t i on  step. 

A quartz-sheathed thermocouple was pos i t ioned i n s i d e  the  react ion 
Electrochemical a c t i v a t i o n  was 

A f t e r  ca l c in ing ,  t he  react ion tube was brought 

The loop was then 

I n  some experiments i n j e c t i o n s  were a l so  made i n t o  a 

Po ten t i a l s  i n  the range from 3 t o  10 V dc were applied across the two 

RESULTS 

Methane a c t i v a t i o n  experiments were performed on the fo l l ow ing  aluminophosphate 
molecular s ieve ma te r ia l s :  CoAPSO-34 (P:Co:Si = 12:1:1.8), CoAPO-5 (P:Co = 
24:1), MAPO-5 (P:Mg = l Z : l ) ,  and SAPO-34 (P:Si = 6.7:l). The onset temperature 
f o r  ac t i va t i on  o f  CH, by the cobal t -conta in ing AlPO, ( i .e . ,  where a few percent 
o f  C,, products are observed r e l a t i v e  t o  the CH,) occurs i n  the 350 t o  400°C 
range. A t  500°C the reac t i on  proceeds more rap id l y ,  and s ing le  pass conversions 
o f  CH, t o  C,+ hydrocarbons ranging from 15 t o  30% have been observed. I n  s i n g l e  
pass experiments w i thou t  electrochemical s t imulat ion,  -1 cc (STP) o f  methane de- 
act ivates almost a l l  o f  the a c t i v e  s i t e s  i n  -1 gram o f  the CoAPSO-34 o r  CoAPO-5, 
and reca lc ina t i on  w i t h  O2 i s  requi red t o  reac t i va te  the  sieve ma te r ia l .  
ca l c in ings  have been run  on some samples o f  CoAPSO-34 wi thout  evidence o f  
s i g n i f i c a n t  permanent loss o f  a c t i v i t y ,  but  i n  most o the r  cases we have observed 
steady decreases i n  a c t i v i t y  w i t h  extended use. I n  the presence o f  appl ied dc 
po ten t i a l s  i n  the 3 t o  10 V range, i t  i s  poss ib le  t o  a c t i v a t e  the  reduced form o f  
the cobal t -conta in ing molecular sieves [(HCo(II)APSO-34 and HCo(II)APO-5)] and 
achieve s i g n i f i c a n t  (> 15%) methane conversion t o  Cg+ hydrocarbons i n  a s i n g l e  
pass a t  500'C. However, even e lect rochemical ly  ac t i va ted  samples tend t o  e x h i b i t  
reduced a c t i v i t y  w i t h  extended use. 

I den t i ca l  experiments were performed on the s i l i c o n - s u b s t i t u t e d  A1P04-34 (SAPO- 
34) and magnesium-substituted A1P04-5 (MAPO-5), wherein a i r  c a l c i n a t i o n  and 
electrochemical s t imu la t i on  were employed i n  the  same manner as was used w i t h  the 
CoAPSO-34 and CoAPO-5. 
a c t i v a t i o n  t o  C2+ hydrocarbons. 

Many a i r  

None o f  these experiments gave any evidence o f  methane 
A t e s t  o f  a i r - ca l c ined  Sm,O,, a known methane 
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ac t i va t i on  ca ta l ys t  a t  >7OO0C (4), f a i l e d  t o  produce any C,, products i n  our  
apparatus f o r  temperatures up t o  58OoC, using methane on ly  as a reactant  (no 
oxygen co-feed) . 
A summary o f  t y p i c a l  r e k u l t s  from the experiments described above i s  given i n  
Table I. 
ac t i va t i on  over an a i r  ca lc ined sample o f  CoAPSO-34, an e lect rochemical ly  
st imulated sample o f  CoAPSO-34, and an e lect rochemical ly  s t imulated sample o f  
CoAPO-5 are shown i n  Figs. 1, Za, and Zb, respec t i ve l y .  TCD gas chromatograms 
run on products from experiments where h igh y i e l d s  o f  C + hydrocarbon were 
obtained t y p i c a l l y  showed r e l a t i v e l y  low leve ls  o f  CO, Pa few percent a t  most) 
and hard ly  any CO. I f  care was not  taken t o  remove oxygen (as 0,) from the 
react ion environment p r i o r  t o  i n t roduc t i on  o f  t he  methane, h igher  l eve l s  o f  CO, 
and lower l e v e l s  o f  C,+ hydrocarbons were normally observed, i . e . ,  t he  y i e l d s  o f  
C + hydrocarbons and COX have tended t o  be i nve rse l y  r e l a t e d  t o  one another i n  
tge types o f  experiments described above. 

F i n a l l y ,  we wish t o  note t h a t  electrochemical s t imu la t i on  experiments done on 
samples o f  Co(I1)-exchanged SAPO-34 (P:Co 512) and Co(I1)-exchanged Y z e o l i t e  
(Si:Co -5) a t  5OO0C (using the same condi t ions as f o r  the CoAPSO-34 and CoAPO-5 
experiments) produced smal l e r  (but nonetheless measurable) y i e l d s  o f  the same 
products observed f o r  CoAPSO-34 (see Table 1). 
experiments w i t h  Co(I1)-exchanged Y z e o l i t e ,  evidence o f  a few percent conversion 
of  methane t o  C,, hydrocarbons a t  5OO0C was a lso seen f o r  a s ieve sample t h a t  was 
a i r  ca lc ined a t  55OoC p r i o r  t o  methane exposure. 

i 
Reproductions 07 FIO gas chromatograms f o r  the products o f  methane 

I n  the case o f  s i n g l e  pass 

DISCUSSION 

The r e s u l t s  presented i n  the  preceding sect ion g i ve  c l e a r  evidence t h a t  cobal t -  
subst i tu ted aluminophosphate molecular sieves have the  c a p a b i l i t y  t o  cata lyze the 
coupling o f  methane t o  C,, hydrocarbons at  temperatures < 500°C. The s ing le  pass 
y ie lds  which have exceeded 30% a t  5OO0C, the  h igh  s e l e c t i v i t y  t o  C,, hydro- ' 

carbons, t he  encouraging observation tha t  molecular oxygen i s  no t  essen t ia l  t o  
the a c t i v a t i o n  process, and the  absence o f  l a rge  q u a n t i t i e s  o f  COX i n  the product 
stream represent a s i g n i f i c a n t  advance in the s ta te -o f - the -a r t  f o r  methane 
coupling using inorganic  c a t a l y s t  mater ia ls .  The f u r t h e r  f i n d i n g  t h a t  the 
cobal t -subst i tu ted molecular sieve can be maintained i n  the a c t i v e  s ta te  by an 
e l e c t r i c  f i e l d  al lows f o r  the development o f  continuous methane homologation 
processes using, e.g., packed o r  f l u i d i z e d  electrochemical bed reactors .  

Data from comparative experiments -- CoAPSO-34 vs SAPO-34 and CoAPO-5 vs MAPO-5 -- show t h a t  cobal t  i s  essent ia l  t o  the a c t i v a t z n  process. 
ind icates t h a t  the a c t i v e  s ta te  o f  the coba l t  i s  t e t rahedra l  ly -coord inated 
Co(II1) bound i n  framework metal atom pos i t i ons  o f  t he  molecular sieve. 
ove ra l l  r eac t i on  mechanism i s  be l ieved t o  inc lude t h e  fo l l ow ing  steps: 

P r i o r  w o r r ( 1 )  

The 

ZCH, + ZCo(1II)APO + C,H, + HCo(I1)APO 111 
C2H6 + ZCo(1II)APO + C,H, + HCo(1I)APO 

0, o r  
ZHCo(1I)APO - - Co(1II)APO + H,O o r  H,. 

e l e c t r i c  f i e l d  

The formation of C, hydrocarbons could occur from reac t i on  o f  methyl r a d i c a l s  
(CH,') w i t h  ethylene o r  from Bronsted ac id  cata lyzed react ions i nvo l v ing  
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ethylene. 
molecular s ieve framework which s e l e c t i v e l y  const ra ins the  s i ze  and shape o f  the 
t r a n s i t i o n  s t a t e  species and the products. 

Although we assume t h a t  the framework-bound coba l t  i s  the ac t i ve  agent i n  t h i s  
ca ta l ys i s ,  t he re  was evidence t h a t  a i r  ca lc ined and e lect rochemical ly  st imulated 
beds o f  Co(I1)-exchanged SAPO-34 and Co(I1)-exchanged Y z e o l i t e  a l so  produced 
detectable q u a n t i t i e s  o f  C,, hydrocarbons when exposed t o  methane a t  500°C. This 
apparent c a t a l y t i c  a c t i v i t y  o f  Co(11)-exchanged molecular sieves, which was 
ac tua l l y  p red ic ted  r e c e n t l y  i n  the  modeling work o f  Apar i c io  and Dumesic (5) ,  i s  
bel ieved t o  occur by a mechanism t h a t  i s  separate from, b u t  poss ib ly  re la ted  t o ,  
the one g iven above f o r  framework-bound C o ( I I ) / C o ( I I I )  i n  AlPO, molecular sieve 
s t ructures.  

A l l  o f  t he  above react ions are bel ieved t o  take place w i t h i n  the 

The ef fect iveness o f  electrochemical s t imu la t i on  as a redox a c t i v a t o r  was not 
unexpected i n  t h i s  work. 
mater ia ls  are good i o n i c  conductors a t  elevated temperature and have great  
po ten t i a l  f o r  use i n  gas phase e lec t roca ta l ys i s  appl icat ions.  
Shaw (7) recen t l y  demonstrated the  e l e c t r o c a t a l y t i c  a c t i v i t y  o f  CoAPSO-34 micro- 
electrodes i n  the  presence o f  methane using c y c l i c  voltammetry. 

There are a number o f  aspects o f  the research f i nd ings  described above tha t  c a l l  
f o r  f u r the r ,  more d e t a i l e d  study. Other t r a n s i t i o n  metals, such as manganese and 
i r o n ,  call be s u b s t i t u t e d  i n t o  the  framework o f  AIPO, molecular sieves (2,3) and 
these might a l so  e x h i b i t  methane coupling a c t i v i t y .  The f a c t  t h a t  a va r ie t y  o f  
pore sizes and framework a rch i tec tu res  are poss ib le  w i t h  AIPO, molecular sieves 
(2,3) should be e x p l o i t e d  t o  determine the r e l a t i o n s h i p  between s iev ing  
proper t ies and a c t i v i t y l s e l e c t i v i t y .  The optimum amount o f  t r a n s i t i o n  metal 
subs t i t u t i on ,  t he  r o l e  (bene f i c ia l  o r  otherwise) o f  non-redox type ac id s i t e  
creators (e.g., S i ,  Mg, Zn) i n  the  framework, and the optimum balance between 
redox and non-redox framework metal atoms requi res explorat ion.  
framework demetal i z a t i o n ,  over-dehydrogenation ( leading t o  soot format ion) ,  t he  
need for  oxygen p o t e n t i a l  c o n t r o l  ( t o  avoid d e s t a b i l i z a t i o n  o f  the framework 
s t ruc tu re ) ,  and the  r o l e  o f  impur i t i es  (e.g., H,O) i n  the a c t i v a t i o n  and i o n i c  
conduction processes a l l  need t o  be e luc idated.  Foremost among the  concerns 
stemming from our  research t o  date are the causes o f  t he  gradual loss o f  
c a t a l y t i c  a c t i v i t y  observed f o r  t he  CoAPSO-34 and CoAPO-5 s ieve mater ia ls ,  and 
the  i m p l i c i t  need f o r  a methodology t o  i den t i f y l p roduce  more s tab le ,  r e s i l i e r i t  
t r a n s i t i o n  me ta l - subs t i t u ted  AlPO, s t ructures.  

There i s  increasing evidence (6) tha t  molecular sieve 

Also, Creasy and 

Factors such as 
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Table I. Examples o f  Product D i s t r i b u t i o n s  from Typica la 
Methane Ac t i va t i on  Experiments a t  5OO0C 

Mol ecu 1 a r  
S i eve 

COAPSO-34 

SAPO-34 

COAPO-5 

MAPO-5 

CO( I I)   EX^ 
SAPO-34 

CO(II)-EXC Y 
Zeo l i t e  

A c t i v a t i o n  
Method 

A i r  ca l c ine  
Electrochem. 
Electrochem. 

A i r  Calcine 
E l  ectrochem. 

A i r  Calc ine 
A i r  Calcine 
E l  ec trochem . 

A i r  Calcine 
Electrochem. 

Electrochem. 

E l  ectrochem. 
E l  ectrochem. 

Number 
o f  Passes 

Sing le 
Sing le 
Mu 1 ti p l  eb 

Sing le 
Sing le 

Sing le 
Mu1 t i p l  eb 
Sing le 

Sing le 
Sing le 

Sing le 

Sing le 
Mu1 t i p l  eb 

Product D i s t r i b u t i o n  (Mole %) 

u4 &!6 :2!4 53!5 53!6 

65 15 12 1 7 
91  5 1 2 1 
85 4 3 4 4  

99 -.- n i l  
99 - n i l  

54 1 5 1 39 
21 1 10 1 67 
58 2 4 4 32 

gg f nil ---I. 
99 - n i l  _ _ _  -_  

0.5 0.4 0.3 0.3 

98 1 1 
94 1 1 1 3 

(a) 

(b) 

(c) 

(d) 

The data presented i n  t h i s  tab le  were der ived from averages o f  several o f  
the b e t t e r  r e s u l t s  obtained w i t h  each ma te r ia l .  

In m u l t i p l e  pass experiments the unreacted methane and products from the 
f i r s t  pass a re  recyc led through t h e  bed fou r  o r  f i v e  a d d i t i o n a l  times. 

Ind icates Co(I1) exchanged molecular s ieve ma te r ia l .  

A f i f t h  undetermined low molecular weight product was observed w i t h  
Co(I1)-exchanged SAPO-34. It was not  acetylene, cyclopropane, or CO. 
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z i I 
Figure 1. Gas chromatogram o f  the  products from a t y p i c a l  s i n g l e  

pass reac t ion  o f  methane over a i r  ca lc ined CoAPSO-34 
a t  5OGOC. The numbers above each peak g ive  the approximate 
mole percentages o f  each Sas, i . e . ,  65% = CH4. 15% = C&. 
12% = C2Hq, 1% = C3H8, and 7% = C3H6. 
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